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If you can’t explain it simply, you don’t understand it well
enough.
-Albert Einstein

Abstract
Nowadays the techniques used to fabricate electronic devices have their deposition
resolution limited. The production of an ion source that could allow the deposition of cop-
per onto substrates with high-resolution, in order to write those pathways, is extremely
important.
The main objective of this MSc thesis was to prove that it is possible to emit copper
ions from a copper tip that is covered with a copper-based solid electrolyte. This goal
encompasses several important and complex tasks like the synthesis of the appropriate
electrolyte, the production of sufficiently sharp copper tips, the transfer of the electrolyte
onto the copper tip, while preserving its original geometry, performing field ion emission
experiments and the detection of deposited copper. The solid electrolyte used in this work
was the Rb4Cu16I7Cl13, which has the highest ionic conductivity reported until today.
During this work, we tried different options in synthesizing the electrolyte and ended
up with an optimized approach to do so. The synthesized materials were character-
ized by X-ray Photoelectron Spectroscopy, Powder X-ray Diffraction and Electrochemical
Impedance Spectroscopy, in order for us to confirm that the materials were in the desired
phase. We tried different approaches to deposit the electrolyte onto the tips - the pressing
of the powder electrolyte onto the tips, with and without heating, dipping the tips in an
acetone suspension made with the electrolyte powder and physical vapour deposition, us-
ing an evaporator built for this purpose. None of these methods gave satisfactory results,
but we were able to deposit some electrolyte onto the tip using the acetone suspension
method. Even though the deposition of the electrolyte onto the tips was not as good as
we desired, we still managed to get some ion current from the acetone prepared sample.
Although the current was not very stable, Secondary Ion Mass Spectroscopy analysis of
the graphite substrate showed that we were able to mostly emit copper ions, with a small
contribution of rubidium ions.
Keywords: Copper ion, solid electrolyte, Rb4Cu16I7Cl13, conduction pathway
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Resumo
Hoje em dia, as técnicas usadas para fabricar dispositivos electrónicos têm a sua re-
solução de deposição limitada. A criação de uma fonte de iões que pudesse permitir
a deposição de cobre em substratos, com elevada resolução lateral, de forma a poder
escrever pistas condutoras, torna-se extremamente importante.
O principal objectivo desta tese de mestrado era provar que é possível emitir iões de
cobre a partir de uma ponta de cobre coberta com um electrólito sólido à base de cobre.
Para atingir este objectivo, foi necessário completar diversas tarefas, como a síntese do
electrólito apropriado, a produção de pontas de cobre suficientemente afiadas, a transfe-
rência do electrólito para as pontas de cobre, mantendo a geometria destas, a realização
dos testes de emissão de campo dos iões e a detecção dos iões de cobre depositados. O elec-
trólito sólido usado neste trabalho foi o Rb4Cu16I7Cl13, que tem a condutividade iónica
mais elevada, das até hoje registadas.
Ao longo deste trabalho, tentámos sintetizar o electrólito de diferentes maneiras, tendo
acabado por usar um procedimento melhorado. Os materiais sintetizados foram anali-
sados por espectroscopia de fotoelectrões de raio-X, difracção de raio-X de pós e espec-
troscopia de impedância, de forma a que pudéssemos confirmar que os materiais se en-
contravam na fase desejada. Tentámos diferentes abordagens para depositar o electrólito
nas pontas de cobre - pressionar o pó nas pontas, com e sem aquecimento, mergulhar as
pontas numa suspensão de acetona, feita com o pó do electrólito, e usar o evaporador que
construímos para fazer evaporação térmica. Nenhum destes métodos nos deu resultados
satisfatórios, mas conseguimos depositar algum electrólito em pontas de cobre, usando
o método da suspensão de acetona. Embora esta deposição não fosse tão boa como de-
sejávamos, conseguimos medir alguma corrente iónica a partir de uma ponta de cobre
obtida por este método. Esta corrente não era muito estável, mas a análise feita ao subs-
tracto de grafite, por espectroscopia de massa de iões secundários, revelou que fomos bem
sucedidos em emitir iões de cobre, com uma pequena contribuição de iões de rubídio.
Palavras-chave: Ião de cobre, electrólito sólido, Rb4Cu16I7Cl13, pista condutora
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Introduction
Ions have been used in science for many years, in different areas. From technological
applications to natural sciences, the applications of these particles are diverse.
By studying ions, among other particles, fundamental science allowed us to learn
about quantum mechanics and atomic physics. Ions can be used in different analytical
techniques that allow to diagnose materials and they can be used as processing tools by
using effects such as ion sputtering and implantation.
Nanotechnology uses ions as a particularly important tool, since ions with keV en-
ergies have ranges below 10 nm and can be used in Focused Ion Beams (FIB) to build
microelectromechanical systems and nanoelectromechanical systems.
Being the result of an atom or molecule that lost or captured electrons, ions can be
positively or negatively charged and their masses and available potential energy widely
vary. For these reasons, there are interesting applications for these particles that could not
be achieved using only electrons or atoms in general. When ions interact with material,
their kinetic energy is transferred to atoms (unless they are of MeV energies, in which
case the kinetic energy is also mostly transferred to electrons), while their potential energy
is transferred to electrons. By preparing different ions, it is possible to choose whether
the energy is transferred to ones or the others.
The use of the electrolysis process, which is based on ions migrating from one elec-
trode to another, has an application in the industry, as a process to obtain the pure form
of different materials, such as ores or metals and it is also applied in the production of
oxygen for submarines or spacecrafts, as well as in the production of hydrogen to use
as source of electrical energy. Electroplating is another technique that uses ions for the
production of metallic coatings, like for nickel or chromium plating.
In medicine, ions are used as diagnostic tools and in different types of treatments, like
in nuclear medicine and radiation therapy, medical imaging and radiation biology [1, 2].
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CHAPTER 1. INTRODUCTION
In electrochemistry, the production of batteries usually includes an electrolyte that
allows the movement of ions, in order to complete the chemical reactions and deliver the
energy to the external circuit.
In the area of astrophysics, ions are sometimes used in spacecraft propulsion, as rocket
engines. Even though ion engines still have low propulsion, with respect to the standard
propulsion engines, they can still be used just for small corrections of trajectories of
stallites, typically micro-sattelites. A review on this topic was made by Tolstoguzov [3].
In this article, it is demonstrated how is it possible to use liquid electrolytes in aerospacial
applications, nanotechnology and microprobe analysis.
In applied physics, ions are used in different equipment to analyse surfaces or modify
them. They can be used, for example, in ion guns or plasmas to sputter surfaces and to
clean them. The sputtering is done by focusing an ion beam over the surface and it allows
to either clean the surface, as has been referred, or to perform material depth profiling
in combination with different surface sensitive techniques. These ion beams usually have
energies of the order of 10 keV . Ions can also be used to modify materials. For that is
used ion implantation and the ions typically have energies of the order of 100 keV .
Even though ions are used in many and varied areas, the ones that matter the most for
this work’s purpose are microelectronics and nanotechnology. In these areas, ions with
energies of typically 200 keV can be implanted on different materials, below the surface.
They can also be applied as diagnostic tools, like in Secondary Ion Mass Spectroscopy
(SIMS), which allows to to identify concentrations of parts per million (ppm) of dopants
in silicon, like phosphor and boron. Microelectronics and nanotechnology use ions as the
key to the manufacturing of electronic chips and other electronic components.
In 1975, Gordon Moore predicted that the number of transistors in a chip would
double every eighteen months. This concept became known as Moore’s law and the
development of electronics seems to still be following it.
The constant development of electronic devices results in the need to increase their
functioning speed. For that it is critical to reduce the size of the constituting electronic
components. To make this possible, it is necessary to obtain a higher lateral resolution
when depositing materials on the substrates, allowing to build on them smaller conduct-
ing pathways. The physical limit for this resolution in the writing of conductive pathways
should be about 1 nm, which is equivalent to the widths of three atoms side by side.
Nowadays, the techniques used to fabricate electronic devices have their deposition
resolution limited.
One of those techniques is lithography, which has different variations and is the tech-
nique with the best resolution in the field of fabrication of semiconductors and integrated
circuits. One of the main types of lithography is photolithography, or UV lithography.
This process of deposition allows to print a pattern on the material that is going to be
modelled into the component. Photolithograpy consists in the application of a photo-
resist onto the material and then the printing of the pattern cut into a mask of metal.
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This printing is done by putting the mask above the substrate covered with the photo-
resist and then irradiating an UV light over it. The exposed parts are then removed or
stay in the substrate, depending on the type of photo-resist used. Like the process just
described, there is another one that instead of UV light uses x-rays to print the mask on
the substrate [4].
Another lithography process is called electron beam lithography and is used to make
the smallest components on substrates as well as to create patterns on them, just like
photolithography and X-ray lithography. However, instead of using photo-resist, the
electron beam is used to etch the resist directly. It is possible to control by a computer
the pattern that the beam is supposed to draw on the substrate [4].
The lithography process has its resolution limited by the wavelength of the radiation
used, by the diameter of the electron beam and by the precision of its control, which
depends on the sensitivity, precision and linearity of the power supplies used to deflect
the beams and on how good the electron optics is. However, the most recent lithography
technique that does not use masks, that is, electron beam lithography, has a width of
deposition of about 20 nm. If a mask is still used to draw the pattern, the extreme UV
lithography is able to reach a resolution of 13 nm [5].
A particularly interesting and competitive technique is the Focused Electron Beam
Induced Deposition, or FEBID. In this technique a gas is introduced inside a chamber,
which becomes adsorbed onto a substrate. A focused electron beam interacts with the
adsorbate and dissociates it in its volatile and non-volatile parts. The non-volatile part
stays on the substrate, forming a deposit of the material with the same resolution as the
electron beam. This is a one-step technique and since it does not use masks or photo-
resists, there is some freedom to choose any geometry or material. The structures obtained
with this technique can be scaled from hundreds of micrometers to only one nanometer.
However, the deposits have a low purity level and the throughput is low [6].
The production of copper pathways with high lateral resolution is extremely impor-
tant. The reason to choose copper is that it is one of the most used materials to make
the contacts between different components, for example, integrated circuits, and it is also
cheaper than most of those materials. Also the ability to draw on the material or deposit
the desired species onto a substrate without the need of a photo-resist should increase of
the resolution of the process. Consequently, it is of high technological interest to produce
a source of copper able to deposit atoms in a controllable way with very high resolution.
Although such atomic source is not currently available for any element, an interesting
possibility appears in the area of field emission ion sources.
In 1897, Wood discovered the basic mechanism of field emission. He verified that if a
voltage is applied between a sharp cathode and a flat anode, a current flows. Some years
later, Hibi stated that a when a point of tungsten was heated, instead of a tungsten wire,
its brightness was higher [7]. Thus, a smaller source would result in higher brightness.
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Field emission sources can be of two types: cold or thermal. The cold field emission oc-
curs when operating in ultra-high vacuum, at room temperature, while the thermal field
emission occurs at a higher pressure and temperature, since there is a source of thermal
energy that assists the field emission. Field emission sources have some advantages, like
the low operating temperature, long lifetime, small energy spread and small size of the
source. However, these type of sources usually need to operate under ultra-high vacuum
and the current emission is not as stable as in other types of sources, like the thermionic
emission source [7].
Nowadays, some of the ion sources that exist consist of liquid metals covering a tip.
This tip is heated, in order for the metal to melt. When an electric field is applied, the
balance between the electrostatic forces and the surface tension results in the formation
of a cone made of the metal on the tip’s apex. The atoms from the cone’s apex are ionized
and then emitted. The ions that are lost from the cone are replaced by the ones in the
metal reservoir. This technique allows to focus ion beams to diameters of 5 nm [8].
The electric field necessary to provoke ion emission on a tip’s apex is of the order of
109 − 1010V /m. This magnitude is enough to cause field emission of most metals and
other materials. To calculate the electric field on the apex of a tip, equation 1.1 can be
used [9].
E =
V
βr
(1.1)
In equation 1.1, V is the voltage applied to the tip, β is a coefficient that takes into
account the tip’s apex shape and r is the tip’s radius. From that equation, it is possible to
conclude that the smaller the radius of the tip, the higher the field on the apex.
For the ion to leave the tip, it is necessary that a voltage is applied to the system, so
the ion is able to overcome the potential well in which it is. The electrical field modifies
the potential energy curve and reduces the potential barrier so that ions are able to escape
from the tip. Figure 1.1 shows the potential curves for an atom, an ion and for an ion in
the presence of a field [10].
Usually, there is some confusion when speaking about field emission and field evapo-
ration. The main difference between these two processes is the type of particle that leaves
the surface. In field evaporation, the ions are the particles that leave the surface of the
material. Ions are evaporated without ionization, since they are already ionized. In field
emission of ions, there are two processes involved - first, the atoms from the surface are
emitted and then they ionize, as they move away from the surface [9, 11].
Since electrolytes are ionic conductors, the ions exist in that state in the material.
Moreover, if there were atoms and not ions on the material, the application of a voltage
to the tip would not make them move through the electrolyte, away from the applied
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Figure 1.1: Potential curves for (a) an atom; (b) an ion and (c) an ion in the presence of a
field. This image was taken from the book [10].
voltage or towards it. For this reason, the process that should occur on our assembly
should be field evaporation and not field emission.
There have been some developments on the ion emission field that proved that it
is possible to use ionic conductors on the solid state to emit ions from tips. Escher et
al. have proposed an alternative source for focused ion beams that is based on solid
electrolytes [8]. They used a silver ion based electrolyte and were able to develop an ion
source that provided a stable current in the microampere regime. The findings of Escher
and his team, that is, the possibility of emitting ions from a solid electrolyte covering a tip,
have advantages compared with the liquid metal ion sources. This new ion source should
have a smaller spreading of energy, a higher mechanical stability and, consequentially,
an ion optical performance that is better than in other technological solutions [8].
In the work described in this thesis, instead of a liquid metal, a solid electrolyte is
used to cover a tip. The principle used in this work is very similar to the one described
by Escher in his already mentioned article [8].
If a solid electrolyte has a good conductivity (10−4−10−1S/cm), the mobile ions should
be able to move as if they were in a liquid [12]. Being made of the same material as the
ion that is going to be extracted from the electrolyte, the tip’s ions should migrate from
the tip to the electrolyte, compensating the loss of these ions from the ionic conductor.
By positioning the tip, with an apex radius as small as possible (in the order of the
micrometers), at less than a millimetre from the substrate, it should be possible to use
a voltage in the order of kilo-Volts to extract the ions from the electrolyte and to focus
them on a small area, in the order of nanometres. This way, a low energy ion beam would
be produced and could be used to deposit the ions on a substrate, without damaging the
surface. This is the main difference between what is the objective of this thesis and the
commonly used ion beams.
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The vast majority of the solid electrolytes with the highest ionic conductivities re-
ported until today have copper ions as the mobile species. Since copper is one of the main
metals used to interconnect different electronic components, like integrated circuits, and
is also cheaper than most of those, our work uses a copper-based solid electrolyte to reach
its goal.
The main objective of this MSc thesis was to demonstrate that it is possible to emit
copper ions from a tip covered with a copper-based solid electrolyte. For that it was neces-
sary to synthesize the ionic conductor and test its properties, which lead to the necessity
to explore different characterization techniques and play with different parameters. Then,
it was necessary to find the best way to transfer the electrolyte onto the copper tip, whilst
preserving the tip’s geometry. Once the electrolyte was covering the tip, we tried to per-
form field ion evaporation. The high fields necessary to successfully perform these type
of evaporations are strongly dependent on the size of evaporation area - the smaller this
area, the higher the field. The use of the copper tips comes from this relation. The tip’s
geometry, if the copper is well sharpened, should allow to obtain high fields needed to
have field ion evaporation.
From the concept proven in this work, it should be possible to develop a copper
metallic printer based on solid electrolytes that allows to achieve high lateral resolutions,
when depositing copper onto substrates. This high-resolution should be achieved by
controlling the current in the ion source. Another characteristic that this technique
should achieve is the possibility for this ion source to be self-sustained. That would be
accomplished if the copper ions from the tip could migrate into the electrolyte, thus
compensating the loss of ions emitted from the apex.
Figure 1.2 shows a schematic of what is proposed to be achieved with this work. The
image represents a copper tip with the apex covered with the Rb4Cu16I7Cl13 electrolyte.
The tip is at a small distance from the substrate. In the schematic is also possible to
see how the voltage is going to be applied. For this work, the applied voltage should be
positive, so the copper ions are repelled and move towards the apex of the tip. The small
dimensions of the apex and, consequentially, the presence of a high field should allow for
the evaporation to occur. Initially, some copper ions should be emitted, which results in
a concentration gradient that in turn provokes the migration of copper atoms from the
bulk of the tip to the apex surface. The copper ions diffuse through the electrolyte, due to
that concentration gradient, whilst all of the potential drop is between the apex of the tip
and the substrate’s surface. Once copper ions are deficient in the electrolyte, we expect
to get copper migration from copper metal into the electrolyte.
This MSc thesis has six chapters.
The second chapter gives an insight on ionic solids - their history, classification and
conduction mechanisms. After that, one of the main techniques used to measure the ionic
6
Figure 1.2: Schematic of the final assembly that is proposed in this work.
conductivity is briefly explained. At last, a more detailed insight on the electrolyte chosen
to this thesis is given.
The third chapter describes the experimental steps taken during the development of
this work.
The fourth chapter shows the results and discusses the different syntheses, analyses
and tests made in this work.
The fifth chapter resumes the main conclusions of this MSc thesis and the sixth de-
scribes some of the future tasks that might be done to continue this work.
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Ionic Conductors
This chapter covers the theory behind the ionic conductors, more specifically, the ones in
the solid state. The first section introduces solid state ionics. The second section explains
one of the techniques that exist to measure the ionic conductivity, the Electrochemical
Impedance Spectroscopy, or EIS. The third and last section of this chapter covers the
electrolyte used in this work, the Rubidium Copper Iodide Chloride, or Rb4Cu16I7Cl13.
2.1 Solid Electrolytes
2.1.1 Background
Before 1960, the vast majority of the devices that existed used materials based on electron
conduction and until the late 1960s only a few materials based on ionic conduction
were known. Most of these ionic conducting devices were liquid-aqueous electrolyte-
based, such as batteries. These batteries had some disadvantages, e.g., short temperature
range of operation, device failure due to electrode corrosion and large dimensions. These
disadvantages led to the need to obtain a replacement for liquid electrolytes. The first
attempt to replace the old devices was to use the solid ion conductors that were already
discovered, like silver halides. However, materials like these had a poor conductivity so
they were not a good replacement for the old liquid-state batteries [13].
Hence, scientists started a search for new solid materials with high ionic conductiv-
ity, making the solid state ionics a very active field of science in the last third of XX
century [14].
Even though it was just in the 1960s that the first reports of solid systems with ex-
tremely high ionic conductivity, like MAg4I5 (with M=NH4, Na, Rb) and Na-β-alumina
began to show, there were reports of conductivity in solid electrolytes since 1834. In
that year, Faraday reported the transport of silver ions through silver sulfide. However,
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the decade of 1960 was the one in which the solid state ionics field was born. This field
studies the high ionic conduction in solids, in all of its aspects - chemical, physical and
technological [13].
Since the appearance of this field, the interest in solid state electrolytes grew world-
wide. The main advantage of these materials over the liquid-aqueous electrolytes is the
wide range of temperature in which they can be used. Unlike the liquid electrolytes, solid
state devices can work in temperatures below 0◦C and above 100◦C. This fact can lead to
miniaturization of batteries and allow the application of this type of materials in differ-
ent areas. There are reports of pacemakers made using batteries with solid electrolytes,
timers and memory cells that use silver-ion based electrolytes, supercapacitors and even
sensors that use oxide conductors since 1972 [14].
The interest in solid state ion conduction led to the report of many new materials
with high ionic conductivity. Amongst them are electrolytes whose mobile ions are Ag+
and Cu+. In fact, until the discovery of the electrolyte used in this work, the majority
of the electrolytes that were reported as having the highest ionic conductivity (around
10−1 Scm−1) had Ag+ as the mobile ion. The RbAg4I5 (used in the works of Dália Martins
and Fábio Fernandes, in Faculty of Sciences and Technology, NOVA University of Lisbon
- [9, 15]) was discovered in 1965 and had an ionic conductivity of 0.26 Scm−1 at 25◦C.
In addition to these crystalline electrolytes, based on silver and copper ions, many more
types of materials have been found. The list goes from glassy materials to amorphous
ones, conducting glasses, polymers, conductive thin films and even conductive gel. The
majority of them are based on the lithium ion [14].
There were various conferences and meetings over the years whose theme was the
solid state ionics. Many different materials and batteries were presented during these
conferences and it was in one of these meetings that the electrolyte used in this work was
presented. In the year of 1978, Takehito Takahashi reported his team’s discovery of the
most conductive solid electrolyte, at room temperature - the Rubidium Copper Iodide
Chloride, or Rb4Cu16I7Cl13 [14]. This electrolyte is, until today, the one with the highest
ionic conductivity - 0.34 Scm−1.
Before the discovery of this electrolyte, there were many attempts to synthesize the
compound RbCu4I5, which is the copper analogue to the already referred silver ion
conductor RbAg4I5. These attempts proved that this compound does not exist, so the
next step taken was to replace some iodide ions with chloride ones, within the com-
pound desired (the hypothetical RbCu4I5). This lead to the simultaneous discovery of
Rb4Cu16I7Cl13, as already referred, and α-RbCu4Cl3I2, by Geller et al. After the discovery
of these two compounds, a solid-solution series appeared and both of them were proven
to be part of it. This solid-solution series was the Rb4Cu16I7+xCl13–x [16].
Figure 2.1 shows two tables with the chronology of some important points in the solid
state ionics area. The tables are from an article by Owens [14].
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Figure 2.1: Chronology of solid state ionics [14].
2.1.2 Classification
The concept on which this work is based is the movement of ions from one place to another
inside a material in an electric field, that is the ionic conductivity. This conductivity is
specific to each material and is determined by the amount of charge carriers (in the case
of ionic conductivity the carriers are ions), the amount of charge that each one of them
carries and their velocity [17].
A material that has ions as the major charge carriers is called an electrolyte and the
ones in the solid state are called solid electrolytes. This type of materials should have
a high ionic conductivity, between 10−4 Scm−1 and 10−1 Scm−1, and usually have a low
electronic conductivity (< 10−6 Scm−1). This results from the fact that the type of bonds in
ionic crystals determines the non-existence of free electrons in these materials. According
to Agrawal, these properties result both from structural and non-structural aspects. Some
of these aspects are the crystal structure, the lattice disorder, the free volume of the cell,
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the amount of ions present in that cell and its size, among others [13].
Ideally, the ions from a perfect ionic crystal should be in their original positions,
causing the material to behave like an insulator. However if enough energy is given to
the ions, they tend to move. This energy is usually given by thermal vibrations. When
the ion gets enough energy to leave its original position, it can segregate at the surface
of the crystal or for the interstitial site. These are called point defects and are classified
as Schottky or Frenkel defects, respectively. Frenkel defects are also called Frenkel pairs,
since for each vacancy there is an occupied interstitial site. Figure 2.2 shows a schematic
of these two types of defects. The movement of the ions through these deffects results in
ion conduction [13].
Figure 2.2: Schematic of Schottky and Frenkel deffects in an ionic crystal. This figure was
obtained from the text Introduction to Solid State Physics [18].
The density of defects present in a crystal depends on various aspects, e.g., the tem-
perature, the presence of impurities and the structure of the ionic crystal. From the type
of defects present in a crystal, we can classify the ionic solid. One possible classification,
made by Rice and Roth and explained by Padma Kumar, separates the crystalline ionic
solids in three types, based on the concentration of defects and on the type of migration
of the mobile ions - interstitial or vacancy [19].
Another classification of superionic solids divides them in four groups, depending on
the phase they are in. The four groups are:
1. framework crystalline materials
2. amorphous-glassy electrolytes
3. polymer electrolytes
4. composite electrolytes
The different phases of these types of ionic solids result from the different microstruc-
tures and physical properties they have and these phases can be either ordered or disor-
dered. The framework crystalline materials are the only type that has an ordered phase.
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The other three types have disordered phases, the second and third type being disor-
dered in the microscopical scale and the fourth type, the composite electrolytes, being
disordered in the macroscopical scale [13].
The electrolyte used in this work fits in the first type of the list above, the framework
crystalline materials. These materials have a crystalline skeleton made from the non-
mobile ions of the material and its mobile ions are relatively free. Inside this type of
ionic solids, we can divide them in two categories - soft-framework crystals and hard-
framework crystals [13].
The soft-framework crystals usually have heavy species as the mobile ions. These
ions are generally polarizable, the bonding type is, most of the time, ionic, the Debye
temperature is low and there is a noticeable phase transition between the low and high
conducting phase. These materials are usually solid solutions of double salts [13]. Having
a low Debye temperature means that the lattice is not rigid and it is possible to make
defects. This temperature usually follows the melting point, so the bonds are generally
weak. This is the reason for these ionic solids being called soft-framework crystals.
On the other hand, the hard-framework crystals have covalent bonds, instead of ionic,
a high Debye temperature, their mobile ions have a low polarizibility and the phase
transition between the two conducting phases is not as noticeable, sometimes being non-
existing. These materials are usually oxides and generally have the same compositions
and structures [13].
From these two categories, our electrolyte can be classified as a soft-framework crystal.
The reason for this classification will be explained in section 2.3.
2.1.3 Conduction Mechanisms
As stated before, for the ions in an ionic crystal to leave their original position it is neces-
sary that they receive some energy. This energy is what allows them to jump from one site
no another. To make this jump, the ions need to surpass an energy barrier. This quantity
of energy is usually denominated activation energy. This energy is the parameter that
influences the most the ionic conduction of a material [20]. Its value can be deduced
using an Arrhenius-type equation 2.1.
σ = σ0e
−EA
kT (2.1)
In equation 2.1, σ is the ionic conductivity, EA is the activation energy, k is the Boltz-
mann’s constant, T is the temperature in Kelvin and σ0 is the pre-exponential factor.
This factor is obtained by a different expression depending wether the crystal’s defects
are Frenkel or Schottky ones. This pre-exponential factor contains all of the factors that
influence the conductivity, aside from the activation energy [20].
Both pre-exponential factor and the activation energy, the later being particularly
relevant, are affected by the presence of defects.
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The presence of Frenkel pairs means that the ions are allowed to jump to interstitial
sites, which should be present in a large scale. The activation energy necessary to jump
between these sites should be lower than the activation energy needed to jump between
the vacancies. This means that the activation energy for ion migration is higher if Schottky
defects are exclusively present, than in the case when Frenkel pairs also exist.
The Nernst-Einstein equation allows to understand the ionic conduction from a differ-
ent perspective. It relates the diffusion coefficient to the ionic conductivity - equation2.2
[13].
σ =D
nq2
kBT
(2.2)
In equation2.2, D is the self-diffusion coefficient of the ions, n is the ion concentration
and q is the charge of each ion.
This diffusion coefficient comes from the first Fick’s law, which relates the ion flux, J,
to the concentration gradient, dNdx , as shown in equation 2.3.
J = −DdN
dx
(2.3)
There are two factors that influence the diffusivity of ions. One of them is the ion
radius. Since the cations usually have a smaller radii, it’s plausible to believe that if the
ion is smaller, the diffusion is faster. For this reason there are many more solid state
materials with cations as the current carrying ions than anions. The other factor that
influences the diffusivity is the amount of charge that the ion carries. The Coulombian
attraction from the neighbouring ions is more likely to be higher if the charge that the
mobile ions carry is larger. This confines the mobile ion to its site with a stronger force,
making it harder for it to diffuse. The charge that an ion carries influences the energy
barrier that the ion has to overcome to jump between sites. If the charge is larger, this
barrier will be larger, making it harder for the ion to leave its site. This is the main reason
why almost all of the ions used as mobile ions in solid state ionics have a monovalent
charge (Ag+, Cu+, Li+, ...). The only common ion also used that is not monovalent is O2–,
but the ionic solids that have it as mobile ion are only superionic at high temperatures
[20].
There are many models that theoretically describe the ionic conduction in superionic
solids, but there is still not an unified theory that explains all the common features of the
different types of systems. Agrawal describes seven of these models in one of his articles
[13].
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2.2 Electrochemical Impedance Spectroscopy
Due to its extremely high sensibility and versatility from one side, and simplicity of the
needed setup from the other, Electrochemical Impedance Spectroscopy (EIS) has a huge
grow in popularity. The range of applications of this technique is wide. It is applied
in electrochemistry, biomedical sciences, material sciences, etc. It goes from evaluating
electrical properties of materials and interfaces to estimate dielectric properties. It can
be used to inspect meat or to test the quality of leather. For this thesis, EIS is important
because it allows to analyse ionic conductors in the solid or liquid state, as well as fuel
cells, batteries and corrosion [21].
The Electrochemical Impedance Spectroscopy is a technique that measures the re-
sponse of a system to a current or voltage, at different frequencies. This response is
obtained by applying a sinusoidal perturbation to the system. It can be a current or a
potential difference, depending if the perturbation is a voltage or a current, respectively.
From the current or potential difference measured, using an expression analogous to
Ohm’s law, it is possible to obtain the complex impedance. The EIS technique also allows
to obtain the admittance values of a system, since this physical quantity is the arithmeti-
cal inverse of the complex impedance. If these measurements are obtained in a wide
range of frequencies, it is possible to study the different processes that occur in a system
and classify it, by analysing the resulting plots.
Ohm’s law is applied to linear systems that are not time dependent. In systems like the
ones used in EIS, where voltage and current have a waveform, thus are time dependent,
this impedance is complex.
Instead of the typical relation R = U/I , the impedance is related to the current and
voltage through the relation in equation 2.4
Zt =
Ut
It
(2.4)
In equation 2.4, Ut and It are sinusoidal functions given by Ut = U0 sin(ωt) and It =
I0 sin(ωt +φ), respectively. In these equations ω is the angular frequency and φ is the
phase shift. Another expression to the impedance, as a complex value, is Z = R + jX,
where X is the imaginary part of the impedance and R is the resistance.
Since the admittance is the arithmetical inverse of impedance, if one wants to measure
this physical quantity, equation 2.4 becomes equation 2.5.
Yt =
It
Ut
(2.5)
The real part of the admittance is called the conductance and the imaginary part is
called the susceptance, what makes this physical quantity’s general equation be Y = G+jB,
where G is the conductance and B is the susceptance.
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Table 2.1 shows the relations between the different physical quantities relevant for
this chapter.
Table 2.1: Important relations between physical quantities
Impedance Admittance
Z = R+ jX Y = G+ jB
Resistance
R = ρ LA
Resistivity Conductivity
ρ σ = 1ρ
From here, the rest of this section will describe EIS only as if all the measurements
were made for the impedance.
One of the first methods used to measure impedance, before the more modern instru-
mentation that we have nowadays, used an oscilloscope. In the screen of the oscilloscope
one could see the plot of Ut vs It, which is an oval figure, known as Lissajous figure. A
schematic of the formation of this figure from the plotting of Ut vs It can be seen in
figure 2.3.
Figure 2.3: Schematic of how the Lissajous figure is formed, resulting from the plot of
Ut vs It . In this figure, E is the symbol for the potential difference, that we have been
reffering to as U . This figure was obtained from the website Basics of Electrochemical
Impedance Spectroscopy [22].
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From equation 2.4 and using the Ut and It functions it is possible to obtain an ex-
pression for the complex impedance obtained from both the potential difference and the
current in the system.
Z = Z0
sin(ωt)
sin(ωt +φ)
(2.6)
Equation 2.6 can be simplified, using Euler’s relationship - equation 2.7.
eiφ = cos(φ) + j sin(φ) (2.7)
Using the relationship in equation 2.7, the potential difference becomes Ut = U0ejωt
and the current becomes It = I0ejωt−φ. Thus, equation 2.6 can be simplified and we obtain
equation 2.8.
Z(ω) = Z0(cos(φ) + j sin(φ)) (2.8)
With the simplification made to obtain equation 2.8, Z(ω) now has a real and an
imaginary part. [22]
If we take the real part and plot it versus the imaginary part, we obtain a Nyquist plot.
In this type of plots, the imaginary part usually becomes negative. This results from the
fact that we are dealing with capacitances and not with inductivities. In each point of the
plot, the value of the impedance is measured at one frequency. The common aspect of a
Nyquist plot can be seen in figure 2.4.
Figure 2.4: Typical Nyquist plot for a system with one time constant. This images was
adapted from [23].
Aside from the complex quantity that can be determined from the plot, it is also
possible to display the impedance as a vector, known as phasor, using the same Nyquist
plot. This vector is defined by the phase angle and the impedance magnitude. The
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vector representation of the impedance and the corresponding complex quantity are
mathematically equivalent. Both of them can be seen in figure 2.5 [24].
Figure 2.5: Display of the impedance vector and the complex quantity, both mathemat-
ically equivalent and determined from Nyquist plots. This figure was obtained from
Gamry’s presentation about EIS [24].
One of the main disadvantages of the Nyquist plots is the fact that when looking at it
one cannot tell at which frequency one specific point was recorded. What is known from
the beginning is that the higher frequencies are represented on the left and the lower ones
are represented on the right side of the Nyquist plot.
Another way to present EIS results is through a Bode plot. It is obtained by plotting the
absolute value of the impedance, or magnitude (Z0), and the phase angle versus logarithm
of the frequency. This type of plot gives direct information about the frequency in each
point. Figure 2.6 shows the typical Bode plot obtained from the same equivalent circuit
that results in the plot from figure 2.4.
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Figure 2.6: Typical Bode plot for a system with one time constant. The phase angle was
not plotted.
The semicircle shape of figure 2.4 is characteristic to the circuits with only one time
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constant. These circuits are generally represented as an RC circuit.
These equivalent circuits are used to simulate the actual system being studied in
EIS. When measuring the impedance of a sample, specially if it is in the solid state, it is
necessary to make an electrochemical cell. For that, one needs to attach two electrodes
to the system. These electrodes in contact with the system add some resistance to it.
Hence, the electrochemical cells that are analysed can be simulated as an electrical circuit.
These equivalent circuits are called networks and its EIS response can be calculated and
compared with the actual EIS response of the cell. [24]
The three circuit elements used to create the networks are resistors, capacitors and
inductors. The impedance of each one is represented by a known expression. These
expressions can be seen in table 2.2.
Table 2.2: Expressions for the impedance of the three basic circuit elements that form the
networks.
Resistor Capacitor Inductor
Z = R (Ω) Z = − jωC (F) Z = jωL (H)
Each of these elements has a different phase shift, so the EIS response of each one
is different. While a real response is in phase with the applied signal (that is, the resis-
tor’s response), the imaginary response will be ±90° out of phase (that is, the capacitor’s
response or the inductor’s response, respectively).
Figure 2.7 shows an example of a network applied to a real system. The sample being
analysed is an electrolyte, more specifically a liquid one, and it is represented by the
green circles. The sets of green circles surrounding the red ones are the so-called ionic
complexes, which are approaching the electrolyte-electrode interface. The electrode is
represented in grey, on the left, and its ions are represented in blue. The double layer
formed in the interface is only a few nm thick and is where all the field is concentrated.
The capacitance at the interface is extremely high, due to the small thickness of the double
layer. Since the field is concentrated in the interface, it does not penetrate the electrolyte,
so that the field inside it is almost zero. This system has only one contact, because the
electrolyte is a liquid. Also in figure 2.7, on the right side, is represented the equivalent
circuit that simulates the system on the left. These type of networks are called Randles
circuits and consist of an active resistor in series with a RC circuit.
The active resistor represents the solution’s resistance, while the capacitor of the RC
circuit is in parallel with the resistor that represents the polarization resistance (or charge-
transfer resistance) between the electrolyte and the electrode. [22]
The Randles circuit is one of the most useful and simple models used in EIS. It can
be used on its own or be the starting point to build more complex networks.
The Nyquist plot for this type of circuit is similar to the one shown in figure 2.4,
that is, a semicircle. The value of the solution’s resistance is read on the high frequency
19
CHAPTER 2. IONIC CONDUCTORS
Figure 2.7: a) Network applied to a real system. The sample being analysed is a liquid
electrolyte. b) Randles equivalent circuit for the system in a). These figures were adapted
from Gamry’s presentation about EIS [24].
domain, on the left, where the curve intercepts the X-axis. The value read on that axis
is the solution’s resistance, hence a real value. The diameter of the semicircle gives the
value of the polarization resistance. [22] Figure 2.8 shows a Nyquist plot for the Randles
circuit and where to read the value of each resistance. It also shows the Randles circuit,
again, but with the identification of the circuit elements.
Figure 2.8: Nyquist plot for a typical Randles circuit. It is shown where the solution’s
resistance value and the polarization’s resistance value can be read. This figure was
adapted from Gamry’s presentation about EIS [24].
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From the values of the resistance, read from the Nyquist plot, it is possible to calculate
the conductivity values for each part of the system - see table 2.1.
When creating a new network model, each of the circuit elements added should have a
correspondence to a specific activity in the cell being studied. However, it is not necessary
to build networks that are too complex. The one being used should be the simplest model
that fits the data received [24].
One of the most commonly used components that simulates de process of diffusion
is the Warburg impedance. This impedance is usually used with the RC circuit and has
a 45° phase shift. The Warburg component has a characteristic response in the Nyquist
plot, when the mobile species are mainly ions, i.e, the material is an ionic conductor. This
response appears on the plot as a tail on the right side of the semicircle that results from
the Randles circuit. This tail should make a 45° angle with the x-axis. Being on the right
side, this means that the ionic conductivity should be present in the low frequency domain
while the electronic conductivity should be seen at high frequencies. If we consider that
electrons are smaller and lighter than all ions, it makes sense that their movement is faster,
so it can be seen in higher frequencies, while the ions are heavier and bigger, therefore
less mobile, so to see their movement it is necessary that the frequency is lower.
The Warburg impedance can be derived from equation 2.9 [25].
Z(ω) = Rsyst +Rpol(1 +
λ√
2ω
)−R2polλ2Cd − j
Rpolλ√
2ω
(2.9)
In equation 2.9, λ = kf /
√
DO + kb/
√
DR , and kf and kb are the forward and backward
electron-transfer rate constants, respectively, andDR andDO are the diffusion coefficients
for the reductant R and the oxidant O, respectively [25]. The frequency-dependent terms
λ/
√
2ω from equation 2.9 are called Warburg impedance and appear both in the real and
the imaginary parts of this equation [25]. When the imaginary part is plotted against the
real part, with the Warburg impedance component included, the plot of this component
is a straight line with a slope of 1. The interception of this line with the real axis is
at Rsyst + Rpol − R2polλ2Cd . From this interception it is possible to obtain λ and if kf is
known and kb is obtained from another equation (see Park’s article [25]), it is possible
to calculate the diffusion coefficient [25]. Having the diffusion coefficient value, all the
electrochemical system is described.
The typical circuit with a Warburg impedance can be seen in figure 2.9. The typical
Nyquist and Bode plots can be seen in figure 2.10.
There are many more models that can be used in EIS. Every contact and process
that occurs in a cell can be represented by a circuit element and many different circuits
can be built, giving origin to different models. Bauerle shows some models applied to a
zirconia-yttria solid electrolyte and explains their meaning in one of his articles [26].
The instrumentation used in EIS consists of a potentiostat and a frequency response
analyser. Both of these components are connected to the cell and an external circuitry
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Figure 2.9: Typical Randles circuit including a Warburg impedance.
Figure 2.10: Typical Nyquist and Bode plots obtained for a Randles circuit with a Warburg
impedance. This image was taken from Gamry’s presentation about EIS [24].
is used to apply some DC voltage or DC current that might be needed to measure the
properties of some cells. The control of the instrumentation is made by a computer, as
well as the storage of data and the display of the results, either graphical or detailed [27].
The potentiostat is the main component of EIS and is preferred over other signal
generators since it has many other different elements that are needed for the analysis as-
sembled together. The potentiostat has a power amplifier, which supplies or takes power
from the cell, it has at least one high input impedance potential difference measurement
reference, a current measurement input, a control loop, which maintains the required
potential difference (or current) across the cell, and the potentiostat can be connected to a
frequency response analyser, which allows the analysis of the impedance of the cell [27].
The EIS technique has many advantages. Among them is the fact that it has a large
frequency range, from µHz to GHz, the fact that usually there are analytical models
available that can be applied to the system being studied, it is a non-destructive technique,
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it provides a lot of information content, it is easy to run and the modeling analysis is pretty
useful to adapt the results to the system being analysed [24].
2.3 Rubidium Copper Iodide Chloride - Rb4Cu16I7Cl13
The electrolyte chosen to be used in this work was the Rubidium Copper Iodide Chloride,
or Rb4Cu16I7Cl13.
This electrolyte is a fast ion conductor that has copper(I) ions as the mobile species.
Its conductivity is reported to be the highest ionic conductivity at room temperature, of
all known solids. This ionic solid was first reported by Takahashi et al. in 1979.
It is a highly disordered complex salt and has an anomalous behaviour in the heat
capacity and ionic conductivity, which is correlated to the progressive change in the occu-
pancy of the copper sites. The decomposition potential of this electrolyte is low, having a
value of 0.69V at room temperature. For this reason, this ionic conductor has limitations
on its use within solid-state batteries [16]. Besides the low value of the decomposition
potential, this material is chemically unstable under atmospheric conditions and has a
low melting point. Thus, the applications of this material are limited [16]. However,
even though copper is a relatively large atom (aproximatelly 157 pm of radii), when it
ionizes, the copper ion becomes small, having a radii of aproximatelly 73 pm [28]. This
fact contributes to the high mobility of these ions in electrolytes like the Rb4Cu16I7Cl13.
Like Agrawal describes in some of the models referred in his article [13], the crys-
talline materials that are superionic solids tend to have a rigid framework structure, with
an ionic substructure. This substructure is only partially occupied and has a high concen-
tration of vacancies that are meant to be for the mobile ions. The fact that these mobile
ions are randomly distributed through the crystallographic sites makes it so that there
is a high disorder degree. The fact that these vacancies are energetically similar and are
close to each other allows for the ions to jump from site to site in an easy way, making its
way through the channels opened in the framework structure [13, 16]. Another model
described by Agrawal referred that the ions would be in a "molten" substructure. This
would be due to the high concentration of charge carriers and the high ionic conductivity.
These factors would make the ionic structure look like it was "molten", many degrees
below the melting point of the material. Even though these two models might explain the
ionic movement in crystalinne materials, like Rb4Cu16I7Cl13, the most accepted model is
the one that says that the ions jump from site to site and not the one that states that the
ions can move through the crystal as if they were in a liquid-like material [16].
There are many reports of analyses made with ionic solids with composition within
the Rb4Cu16I7+xCl13–x solution in order to determine their structures. The first substance
to have its structure determined was the most unstable composition from this family of
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solutions - the α-RbCu4Cl3I2, by Geller et al., in 1979 [29]. This substance belongs to the
cubic crystal system and is enantiomorph, that meaning the crystal is mirrored.
In 1993, Kanno et al. used neutron diffraction to study the structure of the Rb4Cu16I7.2Cl12.8
[30]. In this study, Kanno et al. had interest in determining the site-occupation factors for
the copper ions as a function of temperature [16]. The data obtained by Kanno’s team
confirmed the structure previously proposed by Geller’s. Warner used the results from
Kanno’s work to draw the crystal structure for the Rb4Cu16I7.2Cl12.8 phase, at room tem-
perature. The resulting crystal structure can be seen in figure 2.11. The unit cell seen in
this figure has a cube edge of a = 10.0134 Å. This phase and the one used in this work can
be considered the same. The only small difference is that the one shown in figure 2.11 has
a slightly higher quantity of CuI, which should slightly increase the ionic conductivity.
Figure 2.11: Schematic of the crystalline structure of Rb4Cu16I7.2Cl12.8, at room temper-
ature. The grey spheres represent the rubidium ions, the white spheres represent the
negative ions, iodide and chloride, and the various types of copper sites are in green,
yellow and red (respectively, Cu(1), Cu(2) and Cu(3)). The thick sticks represent the fast
conducting pathway Cu(1)-Cu(2)-Cu(1). This figure was obtained from the book Synthesis,
Properties and Mineralogy of Important Inorganic Materials [16].
There are three sets of copper sites on the structure of the crystal of figure 2.11 -
Cu(1), Cu(2) and Cu(3). The Cu(3) sites are arranged in an 8-fold set and the Cu(1) and
Cu(2) sites are arranged in two 24-fold sets. Thus, in total, there are 56 sites for the
copper ions to be, when there are only 16 copper ions per unit cell. This makes it so that
approximately 71% of the sites are vacant. The variation of temperature makes the site
occupation factors gradually vary. From this results that sometimes some Cu(3) sets turn
into Cu(2) ones, when the temperature increases [16].
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The Cu(1) and Cu(2) sites are the ones that form tunnels parallel to the unit cell axis.
The Cu(3) sites interconnect the tunnels formed by the other two types of sites. Kanno et
al. were the first to suggest that the conduction pathway was along the Cu(1)-Cu(2)-Cu(1)
sites. They also suggested that the pathways that involved Cu(3) did not give a significant
contribution to the total conduction pathways [30].
In figure 2.11 the grey spheres represent the rubidium ions, the white spheres repre-
sent the negative ions, iodide and chloride, and the various types of copper sites are in
green, yellow and red (respectively, Cu(1), Cu(2) and Cu(3)). The thick sticks represent
the fast conducting pathway Cu(1)-Cu(2)-Cu(1) [16].
Using electrolysis, which is considered as one of the best experimental methods that
gives direct evidence of the migration of a specific ion in a solid, Warner et al. were able
to transport copper ions through a Rb4Cu16I7Cl13 pellet compressed between two copper
foils, meant to serve as electrodes. For a duration of 3040s, at 200 ◦C, a current density of
37.7mA/cm2 was passed through the cell. After this time, the group was able to transport
100 g of copper [31]. The fact that the deposit of copper was so extensive was a notorious
evidence to the fact that Rb4Cu16I7Cl13 is truly a copper ionic conductor. The article by
Warner also shows that copper migrates from the metal into the electrolyte, as well as
from the electrolyte into the metal. This is particularly interesting for at least one of the
long-term objectives of this project, since the ion source that is going to be the central
part of this project should be self-sustained.
The low value of the decomposition potential of this electrolyte is due to the high
mobility (i.e, low electro-positivity) of the copper ion and due to the fact that the iodide
ion can be easily oxidised. However, these aspects do not make difficult incorporating
Rb4Cu16I7Cl13 in rechargeable solid-state cells. There are some reports of batteries that
use this electrolyte as the ionic conductor and that produce fairly good electromotive
forces [32, 33].
Aside from batteries, there is another application of this electrolyte in microelec-
tronics. There are reports of this material being patented as solid electrolyte for use in
double-layer capacitors [16]. The fact that these devices have a low leakage current and a
high capacity makes them a good candidate to the developing of RAM devices. Also, this
electrolyte has already been used to make memory devices in the solid-state. These last
devices are similar to the ones made with silver ions, as has been referred in section 2.1.1.
The method through which this ionic solid is synthezied is through a solid-state re-
action between three components - rubidium chloride (RbCl), copper iodide (CuI) and
copper chloride (CuCl). This type of reaction consist of the diffusion of cations and anions
between the different phases of the reactant. The reaction rate depends on the mobility
of the ions in the different phases. Since the copper ions are extremely mobile in the
resultant phase and have a considerable mobility within the compounds CuCl and CuI,
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the solid-state reactions are ideal to synthesize the policrystalline material Rb4Cu16I7Cl13
[16].
There are different reports on how to synthesise the Rb4Cu16I7Cl13 solid electrolyte.
The first one was reported by Takahashi et al. [34] The main problem with synthesizing
this ionic solid was the preparation of two of the components needed to make it. The
CuCl and the CuI needed to be recrystallized and purified, before being mixed together
with the RbCl. This set-back became overrun when these two components began to be
commercialized ready to be used. Since then, the experimental procedure to synthesize
Rb4Cu16I7Cl13 became relatively straightforward. The only thing that needs to be kept in
mind is the fact that this electrolyte has an incongruent melting point at 234 ± 5◦C. The
existence of this melting point at that temperature leads to the necessity to make sure
that, when heating the compounds to make the electrolyte sample, the temperature does
not reach these values.
The original steps used by Takahashi and his team, if we do not need to previously
prepare CuCl and CuI, are listed below:
1. Grind together the three initial components - RbCl, CuI, CuCl - in the appropriate
quantities
2. To remove the water, heat the mixture in vacuum or in a nitrogen flow for 12 hours,
at 130◦C -140◦C
3. Press the mixture into a pellet under 300 MPa
4. Heat the pellet to 200◦C in an evacuated Pyrex tube and then anneal at 130◦C
This procedure is the one that can be consulted in Takahashi’s article [34], from 1981.
However, there are some key points, for example the amount of time that the pellet should
be heated, that are not explicit. Thus, there is an article by Warner [31], from 1992, that
follows approximately the same procedure but uses a different pressure to obtain the
pellets and uses different temperatures for the heating process. Instead of 300 MPa,
Warner and his team use 220 MPa. To bake the pellet, they first heat it up to 230◦C for
1 hour and then anneal it at 150◦C for 24 hours. Even though this procedure is more
explicit than the one reported by Takahashi, it goes to a temperature that is very close to
the incongruent melting point of the electrolyte. This fact might become a problem if the
furnace used for the heating does not have a precise temperature controller.
The most recent method to synthesize the Rb4Cu16I7Cl13 electrolyte is also described
by Warner in his book Synthesis, Properties and Mineralogy of Important Inorganic Materials
[16]. The steps to the synthesis described by Warner in his book are listed below:
1. Grind together the correct amounts of the compounds RbCl, CuI, CuCl with an
agate mortar
2. Compress the powder mixture into a pellet, under a load of approximately 5 tonnes
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3. Place the compressed pellet on a furnace, inside an alumina crucible
4. Place an oxygen getter between the gas inlet and the crucible, to scavenge oxygen
as much as possible
5. Flush the air out of the furnace’s tube by passing trough it an argon flow for about
30 minutes
6. Reduce the argon flow rate and leave it flowing during the heating cycles
7. Heat the pellet to 200◦C at a rate of 1◦C per minute
8. After 36 hours, cool the pellet to room temperature, again at 1◦C per minute
This synthesis is simpler than the one first described by Takahashi and it is safer to
follow than the first one described by Warner. Even though it takes longer to synthesise,
the risk that the pellet reaches a temperature close to the incongruent melting point is
much lower, since it is less likely that the furnace overshoots from 200◦C to 230◦C.
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Experimental Steps
In this chapter, the procedures to the various steps of this work are described. Some
of the key results are mentioned, but these results only are discussed in next chapters.
The results that made us conclude that a procedure was not good enough might be men-
tioned and justified in this chapter if the reason for this conclusion does not need further
explanation.
3.1 Electrolyte Synthesis
In order to obtain the desired electrolyte, three compounds have to be mixed together
in the appropriate quantities (mol%): 20 % of rubidium chloride, RbCl, 35 % of copper
iodide, CuI, and 45 % of copper chloride, CuCl. These components were ordered from
Sigma-Aldrich ready to be used.
To obtain 3 g of this mixture, one needs to weigh 0.53586 g of RbCl, 1.47699 g of
CuI and 0.98713 g of CuCl. After weighing all of the three components, it is necessary to
grind them together. For the pellets synthesized in this work, an agate mortar was used
for the grinding. After mixing the compounds, it is necessary to press the powder into
pellets. This step of the synthesis is important so the solid state diffusion is promoted.
Thus, the powder was pressed in pellets with 13 mm in diameter. The force applied to
make these pellets was 2.2 tons. The 3 g of powder allow the making of three pellets with
a diameter of 13 mm, each one of them with approximately 1 g and with a thickness of
2 mm. For the baking of the electrolyte, various procedures could be followed. Different
approaches were used during the months of the work on this thesis. Some were exactly
like the ones described in some articles and books, but some of them were adaptations,
made to try to obtain the best results from the characterization methods.
• Pellet 1
29
CHAPTER 3. EXPERIMENTAL STEPS
The electrolyte synthesis was initially made following the procedure described in
[31]. The pellet made by this procedure was put under vacuum. The aim was to
heat it up to 230 ◦C for one hour and then let it anneal at 150 ◦C for twenty-four
hours, as described in the article referred. However, the mixture of the compounds
started to react with the aluminium from the support and at 186 ◦C it started to
bubble on the edges. For this reason, even though the pellet was left baking at
100 ◦C for twenty hours, this first synthesis was not successful.
• Pellet 2
Since the first procedure did not go well, we decided to move to another furnace
and, instead of baking the pellet under vacuum, use an argon atmosphere. Also,
we changed the support for the pellet from aluminium to an alumina boat. This
second pellet had the same mass as the first one, 1.0126 g, and was supposed to
bake in the same way as the first one, that being, heat it up to 230 ◦C for an hour
and the anneal at 150 ◦C for twenty-four hours. This time, instead of just following
the article previously cited - [31] - we also used some details we found on a book
written by the same author that wrote the mentioned article [16].
What we did was to use a controller to make sure that the temperature rise was made
at 1 ◦C per minute and make sure that before heating the furnace we let an argon
flow flush out all of the oxygen in the chamber. For the heating rate, an auto-tune
of an Eurotherm controller was made and this controller was programmed so that
the heating was made at the rate we desired. We also programmed the controller
so that the pellet would stay at 230 ◦C for one hour and then anneal at 150 ◦C for
twenty-four hours. Unfortunately, the furnace did overshoot and the pellet reached
246 ◦C. The consequences of this overshooting were the intense smell of iodine and
the tube from which the argon was coming out turned brownish.
• Pellet 3
Given that the synthesis of the previous two pellets did not go as expected, we
decided to change the procedure we were using. The pellet used this time had
0.6105 g, meaning that it was thinner than the previous ones, since all of them had
the same diameter. Even though we used the same furnace and the same controller,
we were going to follow the procedure from the book written by Warner instead of
the one described in the article written by him. This procedure consisted in heating
the pellet only to 200 ◦C and leave it to bake for thirty-six hours. The heating rate
should still be of 1 ◦C per minute and the argon flow should still be passing through
the furnace. The chamber should also still be flushed of air in the beginning. Since
we had some overshooting problems with the previous pellet, instead of heating
the sample up to the 200 ◦C mentioned in the book, we decided to heat it up only
to 195 ◦C. This change should not make a big difference in the diffusion process
and this way we would be safer from overshooting. Even with all these changes, the
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furnace heated up too fast and even though it did not overshoot this time, at least
that we have noticed, the pellet still lost some iodine and the tube was brownish
again.
• Pellet 4
We decided that we should change the controller and the furnace and so we went
back to the first furnace we used. However, this time we continued using the argon
flow instead of vacuum and we still preferred to use the last heating temperature.
The fourth pellet we synthesised had 0.9962 g and was heated up to 185 ◦C. The
heating control was made using an Omron PID controller. The pellet was left baking
for twenty-three hours. Even though there was a constant argon flow during all the
process, this pellet turned out to have a high quantity of oxygen. This did not change
the fact that X-ray Photoelectron Spectroscopy (XPS) and X-Ray Powder Diffraction
(Powder XRD) analyses revealed good results, concerning what we expected to have.
The results of these two analyses will be discussed in the next chapter.
• Pellet 5
The main problem we were facing was the fact that the pellets are supposed to
look brownish and all the ones we had synthesised till then were black or really
dark, with exception of the first one that reacted with the support and was not
recoverable. For this reason, while we were waiting for the Powder XRD results
of the fourth pellet, we synthesised another one. This time, we used a vacuum
atmosphere again and decided to use lower temperatures. This pellet had 1.0026 g
and even though we left it baking for thirty-six hours at 130 ◦C, proper diffusion
was not accomplished. We concluded this because the pellet was whitish instead
of dark, like the previous ones, and when we put it in the XPS for analysis the
pressure in the chamber kept going up. This means that some of the components
were degassing, probably due to the fact that they did not have time to react with
the others the way they should have.
• Pellet 6
The sixth pellet we synthesised became the best we produced. This pellet had 1.502
g. This mass gain was made on purpose in order to enlarge the length/area ratio of
the pellet. This ratio being large was important for the conductivity measurements,
as will be described in one of the next sub-sections of this chapter. Like pellet four,
this sixth pellet was made under an argon atmosphere. We flushed the air out of
the tube for 15 minutes before start heating the sample and this time we used a
higher argon flow during the whole procedure. We also used an oxygen scavenger
(in the form of a bunch of thin copper wire) inside the furnace, on the gas inlet-side
and before the pellet’s support, in order to minimize oxygen content. We left the
pellet baking at 180◦C for thirty-six hours. The reason this pellet turned out to be
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the best one was that it had much less oxygen and also both the XPS and Powder
XRD results came back like we were expecting, once again. These results will be
discussed in the next chapter.
• Pellet 7
The seventh pellet was synthesised in the same way as the pellet six. Even though
we did not analyse this pellet in XPS and Powder XRD, since the procedure was
the same, the pellet should be as good as the sixth one. This was confirmed by its
visual inspection, i.e. the colours of the pellets 6 and 7 were very similar. This
pellet was synthesised to repeat some conductivity measurements. Its mass was
2.100g and the thickness was the greatest of all. The reason for this was to increase
the length/area ratio of the pellet. This change should increase the resistance, even
though the resistivity remained invariant. This should make the EIS measurements
easier, since it allows more of the semicircle to be visible.
3.2 Tip Preparation
The tips were prepared from a block of copper. Each of them had 2 mm in diameter and
20 mm in length. The preparation of the tips was made so that they had an opening angle
of 30°.
The first three tips were cut so the length was 15 mm instead of 20 mm. This short-
ening of the tips was made so that less of the body of the tip was out of the set screw
contact used to support it, as can be seen in figure 3.1. The set screw contacts used are
from Hositrad and their schematic can be seen in figure 3.2.
Figure 3.1: Copper tip in the set screw contact used to support it.
For the sharpening of the tips we put them on a rotary tool rotating at a high speed,
then we approached them to sandpaper, first grit 800 and then grit 1000. The result of
this sharpening can be seen in figure 3.3, taken by an optical microscope, where one of
the six tips prepared is shown.
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Figure 3.2: Set screw contact schematic from Hositrad [35]. The measures are in inches.
Figure 3.3: Optical microscopy of tip 2 before (left) and after (right) the sharpening.
3.3 Electrolyte Deposition
Different approaches were made to see which one delivered the best results, concern-
ing the deposition of the electrolyte on the tip. In this section, the approaches will be
described.
3.3.1 Synthesis and Posterior Deposition
The first method used to deposit the electrolyte on the tip consisted in having the powder
already baked and then compressed around one of the copper tips. In order to promote
the adhesion, the tip should be annealed after the compression. The setup used to do so
can be seen in figure 3.4.
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Figure 3.4: Setup used to anneal the electrolyte around the tip. As shown before, the tip
was supported by the set screw contact - figure 3.1.
This method proved to be inefficient since the powder did not adhere onto the tip after
the annealing. For this reason, we tried to use another setup to anneal the powder around
the tip. This new approach consisted in having the powder compressed in a ceramics and
then dip the top of the tip in it. This setup can be seen in figure 3.5.
Figure 3.5: Second setup used to try to anneal the powder around the tip.
3.3.2 Simultaneous Synthesis and Deposition
This method is similar to the one described in the previous section, for the deposition of
the electrolyte already synthesised. Only this time instead of using the baked powder,
we used raw one. We compressed this powder around a copper tip and then baked it, in
order to try and promote the adhesion while the diffusion occurred, for the electrolyte
synthesis. The baking was made at 180 ◦C , in an argon atmosphere, for thirty-six hours,
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the same procedure used to produce tip six. However, this method proved to be inefficient
too, just like the one with the electrolyte already synthesised. The setups used were the
same we had used for the deposition described in the previous sub-section - figures 3.4
and 3.5.
3.3.3 Acetone suspension
The acetone suspension method consisted in suspending raw powder of the electrolyte in
analytic acetone. We dipped the two copper tips in this solution and then used a hot air
blower to promote the acetone’s evaporation. We then proceeded to bake these tips using
the same procedure described before, the one used to produce pellet six. The results were
not perfect, since the deposited electrolyte was not regularly distributed and there was
too much electrolyte on the tip, but we did use one of the two tips covered in electrolyte
that had resulted from this process to move forward with our copper ion emission tests.
3.3.4 Evaporator
Even though the acetone solution allowed us to move forward with this work, we decided
to improve the deposition method. With that purpose and following the idea presented
in Soga and Kuwabara’s article [36], an assembly with an evaporator was built.
The material used for the part that supports the electrolyte (the evaporator itself,
or crucible) was Macor ceramics, since the powder reacts with aluminium, as we could
confirm with the first pellet we made. This part also has a thread around its body that
serves to support the tungsten wire wrapped around it. This wire works as a resistance
heater, when there is an electrical current through it. Figure 3.6 shows the final form of
the evaporator. Although it is not visible in the photo, the ceramic has a hole for mounting
the thermocouple used to control the temperature of the ceramics and another hole that
allows fixing the evaporator to the rest of the assembly.
Figure 3.6: Evaporator made out of Macor ceramics. The image shows the cuts made on
the part to put the Tungsten wire around the evaporator.
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Along with the evaporator, we built the sample holder. This part is made of aluminium
and includes two claws from the same material, that have the purpose of holding in place
the glass plates onto which we desire the electrolyte to be deposited. It also has the
capability of holding two tips, since our main purpose with this evaporator was to obtain
the best method to deposit Rb4Cu16I7Cl13 onto the tips. This sample holder is heated by a
resistance of approximately 200Ω. Figure 3.7 shows a photo of the sample holder, with a
glass plate into place. This picture was taken after one of the depositions we made using
the evaporator.
Figure 3.7: Sample holder made out of aluminium. The image shows a glass plate into
place, held by the claws.
The whole assembly was put together using an ultra-high vacuum compatible flange
as a support. This made the system compact and simple for mounting into the vacuum
chamber in which the depositions were preformed.
The initial plan for the electrolyte deposition was to follow the procedure described
in [36]. Previously synthesized powder is put in the evaporator and heated up to a tem-
perature between 500 ◦C and 650 ◦C, under vacuum, so the electrolyte evaporates. On
top of this, at a distance of 3 cm, is a glass substrate onto which the evaporated film is
going to be deposited. When the electrolyte evaporates, it partially decomposes. For this
reason, it is necessary that the glass slide with the deposited film is heated up again, this
time to a lower temperature. Since we want the electrolyte to be fully functional and we
know that it has a critical point at around 235 ◦C, as mentioned in chapter 2, we heated
it up to a maximum of 200 ◦C.
Instead of heating up the evaporator to 650 ◦C, we decided to do different evapo-
rations, using different temperatures. We started by going to a temperature of 590 ◦C
to deposit a film onto a glass plate. Then we began to try to obtain thin films at lower
temperatures. We evaporated our material onto two tips at 420 ◦C, having annealed the
tips afterwards. We also tried to deposit a film onto a glass plate at 300 ◦C and at 200 ◦C.
As expected, at 200 ◦C no film was obtained.
After these depositions, we decided to clean the system, by heating it up too 695 ◦C,
36
3.4. COPPER EMISSION
without electrolyte powder on the evaporator. When the cleaning was done, we repeated
the deposition at 300 ◦C, to observe if there were any differences between the previously
film obtained at 300 ◦C and this new one.
Figure 3.8 shows the whole assembly for the evaporation and a close-up for details of
the evaporator part and the sample holder. The claws to hold the glass slide can be seen
on the close-up, as well as the three holes made to hold three tips, in order to deposit
electrolyte onto them. Only two of these holes became usable.
Figure 3.8: Evaporator assembly, on the left, and close-up on the evaporator and the
sample holder, on the right.
3.4 Copper Emission
3.4.1 Ion Field Emission Setup
The main objective of this thesis was to prove that it is possible to have emission of copper
ions from a copper tip covered by a copper-based solid electrolyte. To do so, the different
parts needed to do the experiment had to be designed and manufactured. In this section,
the different designs and the final assembly are described and shown. Also in this section
will be described the simulations made in the software SIMION. These simulations were
made to study the best positioning of the tip regarding the substrate, in order to have the
highest electric field. The ion collector was made of graphite.
3.4.1.1 Designs
The two main parts of the experimental assembly were the substrate’s support and the
tip’s support.
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One of the major features that we wanted to be able to get in the substrate’s support
was the possibility to move it forward and backwards during the experiment, i.e. while
the whole assembly was under vacuum. For this reason, the body of this support was
built around a linear motion feedthrough from MDC. Figure 3.9 shows a photo of the
feedthrough with the M6 thread already made, to hold the body of the substrate’s support.
Figure 3.9: MDC’s feedthrough with an M6 thread, used as to hold the body of the
substrate’s support
Another aspect that required some thinking was the fact that we needed the substrate
to be isolated from the rest of the support. The reason for this was the fact that the current
measured in the substrate was what was going to tell us if we had any emission from the
tip. Also this substrate should be inside a Faraday cup, in order to properly measure the
ion current. The isolation of the substrate from the rest of its support was made by using
two ceramics.
The tip’s support did not require the fabrication of any new parts, only the adaptation
of a part used by Fábio Fernandes in his master thesis. [9] This small adaptation came
from the fact that we wanted to use the set screw contacts that would support the tip in
the opposite direction that Fábio did in his work. For that, the diameter of the top of the
high-voltage contact was reduced. In figure 3.10 is shown the set screw contact used to
hold the tip and it is possible to compare its orientation in this work and in Fábio’s. On
the right, it is also shown the high-voltage feeder used in both works.
3.4.1.2 Assembly
The whole assembly was built using a double sided flange as the main body. The two main
parts, the tip’s support and the substrate’s support, needed to be in front of each other,
with the tip pointing in the direction of the substrate. In order to measure the current on
the substrate, it was necessary to make a new opening on the side of the flange. In this
opening, we put a BNC plug that was going to make the connection to the electrometer.
Figure 3.11 shows the final assembly used to perform a deposition test, with the tip
and the graphite substrate in place.
3.4.1.3 SIMION Simulations
As referred in chapter 1, for an ion to be emitted with high probability it usually needs
an electric field of the order of 109 volts per meter [V /m]. Our main objective with the
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Figure 3.10: a) Set screw contact used to hold the tip. b) The set screw contact holding
the tip. c) Fábio’s tip holder and the high-voltage feeder used both in his work and in this
one [9].
Figure 3.11: a) BNC plug b) Feedthrough holding the substrate and the Faraday cup c)
High-voltage feeder connected to the set screw contact that holds the tip d) Graphite
substrate e) Tip covered in the electrolyte
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SIMION simulations was to see if we were going to have fields of that order. To do so,
we did four simulations, each one differed from the others in at least one parameter.
The parameters we took into account were the tip’s apex diameter, its sharpness, i.e, the
aperture angle on the apex, and distance to the substrate. We also applied different
voltage values on the electrodes, these being the tip or the substrate. The final values of
the fields presented below are the ones obtained when applying a voltage of 10000 V on
the tip.
Figure 3.12 shows the four different setups we used to run the simulations.
Figure 3.12: Four different setups for the simulations made in SIMION.
Tip a) had an apex diameter of 40 µm and was positioned at 0.1mm from the substrate.
Its shape was the second most sharpened, that is, it had the second smallest aperture angle
on its apex. Tips b), c) and d) had and apex diameter of 17 µm. Both tips b) and c) were at
0.1 mm from the substrate, like tip a). Tip d) was the one that was the closest. Its distance
to the substrate was of only 0.04 mm. Tip’s c) and d) shapes were similar and these were
the sharpest ones. The fields we obtained were all of the order of 108 V /m. The highest
field was from tip d) and had the value of 7.265 × 108 V /m. Tips b) and c) had a similar
field value - 4.538 × 108 V /m and 4.883 × 108 V /m, respectively. Tip a) was the one with
the lowest field. Its value was of 3.529 × 108 V /m.
• Tips’ size
From the simulations we could conclude that the tip’s apex diameter has a high
influence on the electric field. The bigger the tip’s apex diameter, the lower the field.
This can be confirmed from the fact that the field from tip a) was the lowest one.
• Tips’ shape
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It was also possible to conclude that if a tip is sharper it is more probable that its
field is higher. However this increase is not as noticeable as the one we saw with the
changing in the tips’ apex diameter. For example, if we compare the field from tips
a) and b), its values are much more distant than the field values from tips b) and c),
that are almost the same.
• Tips’ distance to substrate
Comparing the fields from tip c) and d) and knowing that these tips were similar,
we can conclude that the distance between the electrodes also contributes for the
electric field. When we bring the tip closer to the substrate, the field gets almost
twice as strong.
Even though these simulations allowed us to learn with which parameters we should
play in order to increase the field, we did not obtain electric fields in the order of 109 V /m.
The tip’s radius should be the key point to obtaining high electric fields and this radius
can be defined by the tip’s apex diameter and its aperture angle. From this fact, we
can conclude that our tips should have a smaller radius than the ones we simulated in
SIMION.
3.4.2 Emission Test
After all the components of the experimental assembly were ready, the tip was covered
with the electrolyte and the graphite substrate was in place, we were able to mount every-
thing in the preparation chamber of the Time-of-Flight Secondary Ion Mass Spectroscopy
(ToF-SIMS). The substrate approach to the tip was made carefully and we stopped the
approaching when the distance between the two was less than 1 mm. The final position
of the tip and the substrate can be seen in figure 3.13.
An electrometer was connected to the BNC plug and a high-voltage power supply was
connected to the high-voltage feeder that was supporting the tip.
After all was plugged-in, we started to apply some voltage. When we hit a value that
we saw that gave us some current and that its value was relatively constant, we started
over so we could record the current values. By connecting a data acquisition system to
the electrometer and to a computer, using the right software to work with this data logger
we could save the data obtained. In order to be able to make an IV plot, we varied the
applied voltage for a fixed amount every ten seconds. This way we could later take the
values saved by the data acquisition system and then replace time with voltage, since we
knew when we were increasing it.
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Figure 3.13: Final positions of the tip and the substrate.
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Experimental Results and Analysis
In this chapter, the results from the different procedures used in this work are presented
and analysed. The techniques used to analyse the electrolyte pellets, the glass plates and
the graphite substrate are briefly explained, as well as the reasons to use them in these
analyses.
4.1 Electrolyte Characterization
4.1.1 X-ray Photoelectron Spectroscopy
X-ray Photoelectron Spectroscopy, or XPS, is a technique that allows to identify and
quantify the elements on a surface, as well as to determine chemical bonds. By directing
an X-ray beam to the sample’s surface, its atoms will emit photoelectrons. If we know the
energy of the incident X-ray beam and the energy with which the photoelectron emitted
reaches the detector, it is possible to infer the level from which it came from. Knowing
this energy, one can identify the elements present on the surface. Since this technique
has a high surface sensitivity, the obtained spectra correspond to surface atoms situated
in the first few nanometres of the sample. This is both and advantage and a disadvantage
of this technique: it is a great tool to analyse surface’s compositions, but it will not give
information on the composition of the bulk of the material.
One way of identifying chemical states with XPS is the Auger parameter technique.
The Auger spectra have unique peak positions and shapes, which makes them useful to
identify elements and chemical states, like oxidation. From the Auger and the photoelec-
tron peak positions, it is possible to calculate the Auger parameter. This parameter is not
affected by surface charging [37].
From what has been described above, it is easy to understand why this technique was
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used on this work. We wanted to make sure we had synthesized the right electrolyte.
To do so, we needed to see if we had the right elements on the pellet’s surface and if
their proportions were in accordance with the expectation. We also determined the Auger
parameter, in order to reveal which oxidation states of copper were at the surfaces of three
of our pellets - one before baking and two after baking. For this, we took the position of
the copper L3M4,5M4,5 peak and the position of the copper 2p3/2 peak and calculated
the modified Auger parameter as the sum of the binding energy of the photoelectron peak
and the kinetic energy of the Auger peak. We then compared our value with the reference
ones for different copper compounds.
The XPS spectra were obtained with MgKα line, which corresponds to a photon energy
of 1253.60 eV .
All of the produced pellets were analysed by XPS, except the first one, that reacted
with the aluminium, and the seventh one, that was synthesised the same way as pellet six,
so the results should be the same.
When analysing the XPS spectrum from a pellet that had not yet been baked, using
modified Auger parameter technique, we concluded that the surface of that pellet had
CuI on its surface. That means that we had Cu(I) oxidation state together with iodine.
The obtained value for the modified Auger parameter was 1848.57 eV , while the refer-
ence value for the modified Auger parameter of this compound is 1848.55 eV [38]. The
proximity of these two values allowed us to conclude that we had the CuI compound on
the surface of our pellet.
Pellet two was the first baked pellet we analysed. We could conclude that the iodine
peak was not in the XPS spectrum of this pellet. This confirmed that while this sample
was baking, the overshooting of the furnace to 246 ◦C did cause the iodine to evaporate,
which we observed as the change of the exhaust tube colour, described in chapter 3.
Nonetheless, we wanted to confirm that we had Cu(I) oxidation state of copper in our
electrolyte’s surface, since Cu(II) oxidation state would reduce its conductivity value. For
that, we calculated once again the Auger parameter. The obtained value was 1847.60 eV ,
which is really close to the reference Auger parameter value for the CuCl compound -
1847.40 eV [39]. The fact that the reference Auger parameter value for CuCl2 is 1850.40 eV
[40], which is not close to ours, allowed us to confirm that we indeed had Cu+ ions on our
electrolyte’s surface instead of Cu2+ ions.
Pellet three had all the components we expected to have - rubidium, copper, iodine
and chlorine - but its quantities were not in the right proportions. Besides, presence of
carbon and oxygen were also detected, which could be considered as standard surface
contaminants. Since the colour of the pellet on the surface was different from the colour
on the inside, we analysed this pellet before and after scratching its surface. The need
to scratch the surface in order to analyse deeper layers of the material comes from the
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already referred fact that XPS has a high surface sensibility, i.e it analyses the surface of
the material without taking into account the contribution from bulk atoms.
The only difference between the two spectra was the intensity of the oxygen and
the carbon peak - the scratched pellet showed less intense peaks for these two elements.
Otherwise, all the elements were present and their relative quantities were approximately
the same. The XPS spectra obtained from this pellet were very similar to the ones obtained
from pellet four.
Pellet four was the one that apparently had the better XPS results. The proportions
between elements were almost as expected. However, the pellet still had a fair amount of
oxygen in its constitution. In figure 4.1, we can see the spectrum obtained from this pellet.
Besides the four elements of the electrolyte, we can still observe an oxygen and carbon
peaks. These two impurities constituted more than 50% of the pellet’s surface content: it
had about 13.7% of oxygen and about 49.3% of carbon. After renormalizing the element
quantities, without the impurities, the obtained values were closer to the expected ones.
The percentage of each element on the pellet’s surface, after this renormalization, can be
seen in table 4.1, as well as the expected values.
Table 4.1: Elemental percentages in pellet four, after renormalization to four elements.
Rubidium Copper Iodine Chlorine
Experimental 9.3 64.4 10.8 15.5
Expected 10 40 17.5 32.5
These values were not exactly what we expected, but we also knew that when analysing
with XPS the quantities of each element, they come with an experimental error associated.
Figure 4.1: XPS spectrum obtained from pellet four. A peak of oxygen can be seen.
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Pellet five did not allow us to conclude anything about its composition, since the
diffusion reaction between the components of that pellet did not end. We could confirm
this by seeing that the pressure of the analysis chamber was always going up, which
meant that some of the components were being released from the surface.
Pellet six had all of the components almost in the right proportions. The spectra
obtained for this pellet can be seen in figure 4.2.
Figure 4.2: XPS spectrum obtained for pellet six. The oxygen peak is not visible.
The amount of oxygen was almost five times lower than in pellet four, as can be
confirmed by the fact that the spectrum from this pellet has no visible oxygen peak,
unlike the spectrum from pellet four - figures 4.2 and 4.1, respectively. The amount of
carbon on this pellet’s surface was about 21.1%. The percentages of each element present
on the pellet’s surface, after the renormalization to four elements, as well as the expected
values can be seen in table 4.2.
Table 4.2: Elements percentages in pellet six.
Rubidium Copper Iodine Chlorine
Experimental 11.7 43.2 14.9 30.2
Expected 10 40 17.5 32.5
Since this pellet seemed to be the best one we produced, we also checked if we had
CuCl on the electrolyte’s surface, instead of CuCl2. The reason for this was, once more,
to make sure that we had Cu+ ions and not Cu2+ ions in the composition of our sample’s
surface. The obtained value for the modified Auger parameter was 1847.53 eV , which is
again almost coincident with the reference value for CuCl - 1847.40 eV [39]. Thus, we
could confirm the presence of Cu+ ions on our electrolyte’s surface.
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In conclusion, we can say that the peaks of the elements of the electrolyte can be
identified in both spectra, but their percentages are different - tables 4.1 and 4.2. Pellet
six had the values that were closer to the expected ones. We can see that the oxygen peak
disappeared, from the spectrum of pellet four to the spectrum of pellet six - figures 4.1
and 4.2.
4.1.2 X-ray Powder Diffraction
X-ray Powder diffraction, or Powder XRD, is a technique used to identify the phase of a
material and provide information on its crystalline lattice. The fundamental principle
of XRD is the constructive interference between two X-ray beams scattered from two
different atomic layers. The constructive interference of these scattered beams from two
paralel planes of atoms results in the diffraction of the beams. If the path difference of the
radiation from successive planes is an integer number, n, of wavelengths λ, the diffracted
beam satisfies Bragg’s Law - equation 4.1 [18].
nλ = 2dθ (4.1)
Knowing that λ is the wavelength of the X-rays and θ is the diffraction angle, we can
easily calculate the crystal plane separation of the analysed material, or lattice spacing,
d [41] .
By scanning the crystalline material in different angles, a different and unique diffrac-
tion pattern is obtained for each material. The diffraction pattern is obtained by plotting
the intensity of the diffracted X-ray against the angle 2θ (see figure 4.3). This pattern can
then be compared with reference ones to identify the analysed material.
The configuration used for the analysis of our pellets was in θ − 2θ. Thus, when
the incoming angle is changed by, for example, 1° the same goes for the outgoing angle
(that is, the detector also moves). The peaks in the XRD patterns are evidence of crystal
periodicity. When using the type of configuration used to analyse our pellets, we look for
this periodicity in the direction normal to the sample’s surface.
The advantage of Powder XRD in relation to conventional XRD is the fact that this
technique allows to obtain a diffraction pattern for the whole sample instead of just a
single crystal. It also allows to obtain the pattern of the bulk material, if the powder is
from a crystalline solid [42].
The analysis of our different powders were made on the Chemical Analysis Laboratory,
in the Chemistry Department of Faculty of Sciences and Technology, NOVA University of
Lisbon. The equipment used was a RIGAKU MiniFlex II, with a Kα X-ray tube. All of the
analysis were made with a scanning rate of 1° per minute, with a 0.02° step, and with
2θ varying from from 10° to 55°. Figure 4.3 shows a schematic of the experimental setup
of Powder XRD technique.
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Figure 4.3: Schematic of the setup for the Powder XRD analysis. The scheme was obtained
from [42].
Four different powders were sent to analysis. One of them was just the mixture of
RbCl, CuI and CuCl and the other three were from pellets we had synthesised, more
specifically, from pellet three, four and six. The reason for choosing pellets four and six
was the fact that pellet four showed good results in XPS, despite the quantity of oxygen,
and pellet six showed even better results in XPS, with much lower quantities of oxygen.
Pellet three was sent to analysis after the results from pellet four were received. The
reason to send this pellet afterwards was to compare it with pellet four, since they both
seemed similar in XPS. Pellet three was the one we thought that had lost some iodine,
thus we did not think it was good enough to send to Powder XRD analysis. Since the
results of pellet four had returned like they should, we decided to send pellet three too,
to compare both. It turned out that their diffractograms were also similar, like the XPS
spectra.
Figure 4.4 shows the diffractogram obtained for the powder mixture of the compounds
necessary for the electrolyte synthesis. We sent this powder to analysis in order to be able
to identify the differences on the phase of the powder before and after the baking. In this
diffractogram, we can clearly see the peaks of CuI and CuCl and we can also conclude
that they did not react with each other. The reference diffraction pattern of RbCl could
not be found in any literature, in order for us to see if its main peaks were visible in the
spectra, but they should be present, just like the main peaks of the other two components.
Figures 4.5 and 4.6 show two digractograms for the synthesized powder of the desired
electrolyte. Figure 4.5 was obtained from Terence Warner’s book already mention in chap-
ter 2 [16]. This image shows the diffractogram obtained by Warner for Rb4Cu16I7Cl13 over-
lapped with the reference diffractogram, which can be seen in the same image, marked
by red lines.
Figure 4.6 shows the obtained diffractogram for the powder of the electrolyte we
synthesised by the procedure described before (pellet six).
After analysing both figures 4.5 and 4.6, we were able to conclude that we had indeed
produced the desired electrolyte, since all the peaks were present on the diffractograms,
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Figure 4.4: Difractogram obtained for the powder mixture of RbCl, CuI and CuCl.
Figure 4.5: Digractogram obtained for a Rb4Cu16I7Cl13 sample overlapped with the ref-
erence diffractogram for the same electrolyte (in red). This diffractogram was obtained
from Terence Warner’s book [16].
when comparing ours with the reference one. Even though diffractograms from pellet four
and six were practically identical, at first sight, their XPS spectra were clearly different.
This could be due to the surface of pellet four being more oxidized than the surface of
pellet six, while their bulk properties were the same. However, there are small differences
in the diffractograms of these two pellets that lead to the belief that their bulks were
different, even if just slightly. Pellet’s six diffractogram has narrower peaks - the peaks
of the diffractogram from pellet six have widths below 0.165 °, while the peaks of the
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Figure 4.6: Diffractogram obtained for the Rb4Cu16I7Cl13 powder synthesised with the
lowest quantity of oxygen (pellet six).
diffractogram from pellet four have widths above 0.271 °-, which corresponds to larger
crystal sizes, and its peaks are also more intensive. From these differences, we can say
that pellet six is with higher crystalinity and has less impurities than pellet four.
4.1.3 Ionic Conductivity Measurements
The technique used to make the conductivity measurements was Electrochemical Impedance
Spectroscopy, or EIS. Like it was described in section 2.2, this technique has a wide range
of applications.
The first EIS measurements were made in CENIMAT and the equipment used was a
potentiometer from Gamry Instruments and a common sine wave generator. The sample
was put in the support that was already in the laboratory. This support had already two
electrodes, but for one of our analysed pellets we used our own electrodes along with
theirs.
The pellets analysed with EIS in CENIMAT were pellet four and pellet six. These were
the selected pellets, since these were the ones that came back with the better results, both
in XPS and Powder XRD.
Unfortunately, even though pellet four had the best contact electrodes (indium foils),
the high amount of oxygen in the sample did not allow us to obtain any good values or
plots. The electrolyte behaved like a resistance of 45 kΩ and the IV curves were perfect
lines, with 0 V applied. When 1V was applied, the resistance value was reduced to 4 Ω.
While applying voltage, the indium foils short-circuited, leaving one of the electrodes
glued to the pellet and with an orange colour. What might have happened was that
when we applied some voltage to the pellet, we opened new channels in the material that
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allowed the ions to move from place to place, destroying the original structure of the
electrolyte. This happens often with this type of materials and is one of the reasons why
electrolytic capacitors cannot work with high voltages.
Initially, we thought that the electric field and voltage drops on the system were
along the 2 mm thickness of the pellet. However, since our material is an electrolyte,
the voltage drops happen on the interface, which is much thinner than the 2 mm of the
pellet. This means that there is an extremely high local field, which deforms the potential
barriers, as was explained in chapter 1. This resulted in the opening of the new channels
on the material, as has been referred. Since all the field is on the interface, there is
none on the bulk. This results in the fact that all the transport that occurs in bulk is
mainly diffusive. Some extra ions are supplied on the interface, due to the field, and this
generates a concentration gradient that allows for the conduction to begin. This justifies
the employment of the Warburg impedance, when modelling systems with electrolytes,
since there is no field in the bulk and all of the motion is diffusive.
After analysing one of the foils on XPS, the one not glued to the electrolyte, we con-
cluded that it had all of the negative ions present in our sample. We suppose it may mean
that the other foil would have the positive ions that are present on the pellet - copper
and rubidium. This might mean that some conductive process was occurring before the
short-circuit took place and it might justify the orange colour on the other foil.
Since pellet four became contaminated with indium, result of the short-circuit, we
synthesised pellet six and analysed it in EIS, after confirming with XPS and Powder XRD
that we had successfully prepared Rb4Cu16I7Cl13.
For this second sample, we used the electrodes used in standard measurements. This
turned out to be a bad decision, since the results were not perfect, probably due to the
bad contact between the electrolyte and the electrodes. However, this time the sample
did not behave like the previous one. We did get a Nyquist plot with a curve closer to
what was expected. Like referred in section 2.2, the Nyquist plot for an ionic conductor is
expected to be a semicircle with a tail on the right, that makes a 45° angle with the x-axis.
The obtained Nyquist plot for our pellet can be seen in figure 4.7.
Even though it cannot be easily seen, there is a tail starting to form on the left side of
the semicircle. If we zoom in on that part of the plot, we obtain figure 4.8. The reason
for this tail to be so small might be the fact that we needed to reach lower frequencies to
obtain a more visible line.
While reading some literature, we found an article that had some Nyquist plots ob-
tained for the same electrolyte [31]. In this article, they show different plots for different
temperatures. At 291K , room temperature, and a frequency range from 1 kHz to 100 kHz,
the plot they obtained is the one showed in figure 4.9.
In order to compare our results with theirs, we zoomed our Nyquist plot to the points
with frequency between 1 kHz and 100 kHz. The resulting plot can be seen in figure 4.10.
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Figure 4.7: Nyquist plot obtained for pellet six.
1.58 1.59 1.6 1.61 1.62 1.63 1.64 1.65
·106
0
0.2
0.4
0.6
0.8
1
1.2
1.4
1.6
·105
ZReal
−Z
Im
ag
Figure 4.8: Plot resulting from zooming the tail on the right of the semicircle from fig-
ure 4.7.
Even though they have the same shape, the impedance values are much higher in our
plot. Having higher resistance values means that the conductivity of the sample is lower.
Thus, like it was already said, our measurements did not go as we expected. The fact that
the contacts between the electrolyte and the electrodes were not done properly resulted
in the fact that the resistivity of the system was too high and that we could not measure
the conductivity value in a proper way.
In order to obtain more data about the conductivity of our electrolyte, we used pellet
seven to repeat the impedance spectroscopy measurements. This time, we used the
equipment from the Physics Department, instead of going to CENIMAT. The contacts
used were made of aluminium, this time. Once again, this turned out to be a bad choice
of material, since our electrolyte reacts with aluminium, as we could confirm from the
synthesis of pellet one. However, it was possible to make a few measurements before
the reaction between the ionic conductor and the contacts made it impossible for us to
continue the experiment.
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Figure 4.9: Nyquist plot obtained at room temperature, for a frequency range from 1 kHz
to 100 kHz. This figure was obtained from [31].
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Figure 4.10: Plot resulting from zooming figure 4.7 to a frequency range from 1kHz to
100kHz.
The new conductivity measurements were made with a frequency range that went
from 100 mHz to 32 MHz. Ideally, as can be read in Warner’s article [31], the frequency
range should reach the GHz and even there, it might not be enough to correctly obtain
the conductivity measurements for our electrolyte. However, we were able to obtain a
Nyquist plot in which a semicircle is clearly seen. The obtained plot is represented in
figure 4.11.
On the right side of the plot, it is possible to see the tail starting to form. This indicates
that there is ionic movement in the pellet.
The value of the resistance of the electrolyte is read on the x-axis. By performing linear
extrapolation of the tail attributed to ionic conductivity, the resistance can be determined
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Figure 4.11: Nyquist plot obtained for pellet seven from the measurements made in
Physics Department.
by its intersection with the x-axis. That being said, the resistance value obtained from the
plot of figure 4.11 was 144.9 Ω.
The obtained value for the resistance of this pellet was lower than the one obtained
for pellet six. This means that the conductivity of pellet seven should be higher.
Table 4.3 shows the resistance and conductivity values obtained for pellets six and
seven. The conductivity values were obtained using the relations from table 2.1. The
conductivity value obtained for pellet six is unreliable, given the small number of points
available to do the extrapolation. The value of conductivity obtained for pellet seven still
comes from an extrapolation made with few points (even though there were more points
for this pellet than for the other one), but it shows better results than pellet six.
Table 4.3: Resistance and Conductivity values obtained for pellets six and seven.
Pellet 6 Pellet 7
Resistance (Ω) Conductivity (S/cm) Resistance (Ω) Conductivity (S/cm)
1750853,5 1,3210 ×10−7 144,9 0,0022
From table 4.3 it is possible to see that the conductivity values obtained for both
pellets are very different from each other and that neither of them is close to the expected
value of 0.34 S/cm.
It was mentioned above that in both experiments the contacts between the pellets and
the electrodes were poorly made. Since we can interpret from Warner’s article [31] that
the contact should be one of the key points for a successful conductivity measurement,
we can conclude that the reason for the bad conductivity results might come from the
fact that the contacts were not made properly. However, the aluminium contacts used for
pellet seven seem to have worked better than the ones used for pellet six, that were the
ones already included in the EIS equipment.
As has been referred, the conductivity of Rb4Cu16I7Cl13 should be measured using
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frequencies from the mHz to GHz. This seems to go against what was said in section 2.2,
about the ionic conductivity being measured on the low frequencies and the electronic
conductivity being measured on the high frequencies. This inconsistency might result
from the fact that our electrolyte does indeed have an extremely high conductivity and
the copper (I) ions are extremely mobile. However, after observing the Nyquist plots
obtained from the pellets analysed with EIS technique it is clear that we should also have
tried to make the measurements at even lower frequencies, in order for the tail on the
right side of the plot to be clearly seen.
4.2 Electrolyte Deposition
4.2.1 Electrolyte Deposition on Tip
After the deposition of the electrolyte on the tip using the method described in sec-
tion 3.3.1, we took the tips to the optical microscope. The images obtained can be seen
in figure 4.12. In this figure, we can compare the profiles of the tip before and after the
deposition - images a) and b) - and we can see the images of the surface of the tip with
some electrolyte on it.
Figure 4.12: Images obtained in the optical microscope for the tip covered in electrolyte
by depositing the powder already baked and then annealing: a) profile of the tip before
the deposition; b) profile of the tip after the deposition; c) and d) show the tip with the
electrolyte in some parts of its surface.
As described in section 3.3, once we concluded that the method we were using was not
giving us the results we expected, we tried to deposit the electrolyte on the tip by making
a solution of acetone and the electrolyte powder and then cover the tip with it and bake.
We then took the tips to the optical microscope, once again. The images obtained can
be seen in figure 4.13. In this figure, images a) and b) correspond to the same tip, while
images c) and d) correspond to another tip.
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Figure 4.13: Images obtained in the optical microscope for the tips covered in electrolyte,
using the method of the acetone solution. Images a) and b) correspond to the same tip,
being a) its profile. Images c) and d) correspond to another tip, being c) its profile.
The tip we used in the next step of our work, this being the emission of copper onto
the substrate, was the one in images c) and d), since this tip was the one with the most
quantity of electrolyte, that we could see without the microscope.
4.2.2 Electrolyte Deposition with Evaporator
Even though the tip from images c) and d) of figure 4.13 allowed us to move forward with
this work, an evaporator was also assembled, as has been referred in chapter 3.
Following the procedure from Soga and Kuwabara’s article [36], we tried to deposit
the electrolyte on a glass plate. As described on the referred article, we put some powder
on the evaporator and heated it up to 590 ◦C. Since we did not have a shutter, it was
not possible to control when the evaporated material would reach the glass. For that
reason, the evaporation happened for a longer time than the described in [36]. Once the
temperature reched 590 ◦C we only left the heating on for twenty more seconds, before
turning the power supply off. The photograph of the glass substrate after this process can
be seen in figure 4.14.
Figure 4.14: Glass plate after the evaporation of the electrolyte with a maximum temper-
ature of 590 ◦C.
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Since we were not going to make any measurements with the electrolyte deposited on
the glass plate, we did not anneal, although the assembly built included a heating system
to the sample holder, in order to allow the annealing.
It is possible to notice two different things from figure 4.14. The first one was that
there was indeed the formation of a white film on the glass. The contrast between the part
that was covered by the claws that hold the glass plate and the white film is noticeable.
The second thing that is seen in that figure is the black flakes that seem to be disposed in
a splash pattern.
At first, since the sample holder was made of aluminium and it was exposed to the
electrolyte during the evaporation, we thought that the black flakes could be the result of
the reaction of the aluminium with the electrolyte and that it would have contaminated
the glass. For this reason, we decided to cover the surface of the sample holder with a
nickel foil. We also replaced the claws with new ones, made of stainless steel.
While performing the heating to 590 ◦C, we noticed that there was a pressure peak
around 400 ◦C. After confirming that all the powder had evaporated, we assumed that
the pressure peak was due to the final evaporation of all powder. For that reason, after
all the aluminium was covered, we decided to retry the evaporation, but this time only
heat the sample to 420 ◦C, since there seemed to be no need to go to higher temperatures
than that. Also, instead of a glass plate, we decided to try to deposit the electrolyte on
two tips. Since that if we succeeded on depositing the electrolyte on the tips they might
be used to try to emit copper, we decided that this time we would anneal. We did it for
twelve hours, at 170 ◦C.
After the annealing, we took the tips out of the vacuum chamber. This time, there
was no aluminium exposed to the electrolyte, so the reaction that had taken place in the
previous test did not occur. There was a film deposited on the nickel foil that covered the
aluminium and on the tips. However, there were still some black flakes on both places.
Also this time we noticed that on the shadow of the evaporator there was a bigger deposit
of electrolyte, with a different colour than the rest. Figure 4.15 shows this deposit. In this
figure, it is visible that when we used the nickel foil to cover the aluminium we had to
cover one of the three holes that should hold the tips. While cutting the foil, it was not
possible to keep the three apertures, so we ended up with only two tip holders.
Since there was a corner of the nickel foil that was loose from the rest of the foil, we
took it to the optical microscope, along with the tips and the glass plate from the first
test. Figure 4.16 shows some of the images obtained from the microscope. In this figure
are images from the glass plate (middle and interface between covered and exposed part),
from the nickel foil (middle part, interface and covered part) and from the tip (top and
middle). In all of the images from different parts of the samples it is possible to identify
the black flakes mentioned before. However, it is visible that both the glass plate and the
nickel foil had an acceptably regular film on them and the tips, even though the film was
not regular, had some electrolyte deposited.
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Figure 4.15: Electrolyte deposit formed during the evaporation made at 420 ◦C onto two
tips.
Figure 4.16: Images obtained under optical microscope. a) middle of the glass plate; b)
interface between the exposed part (left) and the covered part (right) of the glass plate;
c) middle of the nickel foil; d) interface between the covered part (lighter part) and the
exposed part (darker part) of the nickel foil; e) covered part of the nickel foil; f) top
of tip four after the evaporation deposition; g) middle of tip four after the evaporation
deposition
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Since there was no aluminium exposed when the nickel and the tips were covered
by the electrolyte, we put aside the hypothesis of the black flakes being result of the
reaction between the aluminium and the Rb4Cu16I7Cl13. Instead of that, we started
questioning if the black flakes might be the result of the bubbling of the electrolyte, at
high temperatures. When the electrolyte is bubbling, there might be the ejection of these
flakes from the evaporator onto the glass plate, nickel or tip.
To test this hypothesis, we decided to repeat the previous test with different tempera-
tures. We chose to try to deposit a thin film on glass plates, again, and heat them only to
300 ◦C and 200 ◦C. The reason to go for lower temperatures was to check if there would
still be a film on the glass, even if we did not reach higher temperatures, since the last
pressure peak of the evaporation was always present at 420 ◦C. Moreover, we decided
to try to go for a slower heating rate to see if there was no ejection of big flakes. Since
the temperature of evaporation would be lower, we also decided to leave the system at
300 ◦C and 200 ◦C for a longer time - one hour for the test at 300◦C and one hour and a
half for the test at 200 ◦C. The reason for this longer exposure times was the fact that the
evaporation rate decreases exponentially with 1/T , so it takes a longer time to deposit the
same amount of material.
The results from the test at 300 ◦C revealed that there was also a film deposited on
the glass plate and that this time this film could possibly be considered a thin film, since
its thickness was visibly lower than the film deposited on the first glass plate. Figure 4.17
shows the glass plate after the evaporation at 300 ◦C.
Figure 4.17: Glass plate after the evaporation of the electrolyte with a maximum temper-
ature of 300 ◦C.
Even though the thickness was lower, which is good if we want to deposit the elec-
trolyte on a tip whilst preserving its original geometry, there were still black flakes on the
deposited film. The statement that a thinner film is better for the deposition on the tip is
justified by the fact that if we deposit a thick film on a tip that is really sharp, the film is
going to deform the tip and the tip’s apex that is covered with the electrolyte will not be
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as sharp as it could be. Since we know that the smaller the apex radius, the more intense
is the emission, it would be desirable that the tip was as sharp as possible. A thick film
would not help to reach that sharpness.
After taking the glass plate to the optical microscope, we could confirm that there was
a fairly regular film on the glass plate and that there were, once again, some black flakes
on the surface. However, this time these flakes were smaller and in a smaller quantity,
as can be confirmed when comparing figure 4.14 and figure 4.17. The images taken
from the optical microscope can be seen in figure 4.18. This figure shows an image from
the middle of the glass plate, from the border of the glass plate and from the interface
between an exposed area and a coverd one.
Figure 4.18: Images obtained from the optical microscope for the glass plate, after the
evaporation of the electrolyte with a maximum temperature of 300°. a) middle of the
glass plate; b) border of the glass plate; c) interface between the covered area and the
exposed one.
We also decided to do the evaporation at only 200 ◦C, below the incongruent melting
point of Rb4Cu16I7Cl13. We left the system at that temperature for an hour and a half,
approximately. However, when we took the glass plate out of the vacuum chamber, there
was not a film that we could see without using any aiding tools. When we put the glass
under the optical microscope we confirmed that we had not deposited any film onto
the glass. This result is to be expected, since 200 ◦C is the temperature at which this
electrolyte is typically baked. If it evaporated at 200 ◦C it would not be possible to bake
it at that temperature.
In order to try to remove the black flakes, we decided to clean the whole assembly by
heating it up to 695 ◦C and, after that, try to make another evaporation.
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To make sure we had some already deposited film to compare with the one we were
making, we decided to repeat the evaporation at 300 ◦C. The procedure was the same
used for the previous evaporation made at this temperature. After the evaporator hit
300 ◦C , we left it at that temperature for an hour.
When we took the glass plate out, we confirmed that we could not spot any visible
black flakes. This was confirmed in the optical microscope. Figure 4.19 shows a photo
of the glass after it was taken out of the vacuum chamber and two images obtained from
the optical microscope: one from the film in the middle of the glass and another from the
interface between the covered part of the glass and the exposed one. As was said before,
these images show that no black flakes could be spotted on the film deposited onto the
glass.
Figure 4.19: Images from the last glass plate onto which a film of Rb4Cu16I7Cl13 was de-
posited: a) glass plate with film deposited; b) interface between glass plate and deposited
film under the optical microscope; c) middle of the film deposited onto the glass plate
seen under the optical microscope .
After obtaining different films, even though we did not anneal them, we decided to
check if the elements from our electrolyte were present and if their proportions were
relatively close to what they were supposed to be. For this analysis, we used XPS again.
We analysed the films that resulted from the evaporations at 590 ◦C and 300 ◦C (both
of them). Beside the glasses, we analysed part of the nickel that was exposed during the
last 300 ◦C evaporation and a part of the nickel that was covered with the glass during
this evaporation. The reason to analyse this last bit of nickel was the fact that when we
opened the chamber after the cleaning at 695 ◦C, that is before the last evaporation at
300 ◦C, we noticed that, like the previous times, the top of the evaporator turned red but
61
CHAPTER 4. EXPERIMENTAL RESULTS AND ANALYSIS
also the nickel was showing some traces of this colour. Since we did not know where this
red could have come from, we decided to analyse part of the exposed nickel so we could
identify the elements present on it.
The XPS analysis allowed us to conclude that the glass with the film deposited at
590 ◦C was too contaminated with hydrocarbons for us to clearly identify the four ele-
ments that compose the solid electrolyte. The spectra mainly showed an oxygen peak and
that of carbon.
The film deposited at the first 300 ◦C evaporation was lacking iodine. The spectra
also showed an intense oxygen peak as well as an extra copper peak, which appears in
the presence of copper oxide.
Both the nickel and the glass plate with the film from the last evaporation at 300 ◦C
showed a lack in rubidium, but the rest of the spectra looked very similar to the one from
pellet six - figure 4.2. This lack of rubidium on these two films made us wonder if the red
colour on the evaporator could be due to the fact that this element was staying in it, since
this red colour appeared during the first deposition we made and then started to deposit
on the nickel, when we heated everything to a higher temperature, in order to clean the
assembly. Figure 4.20 shows the red colouring on the evaporator.
Figure 4.20: Red colouring on the evaporator.
After analysing the XPS spectra from the red nickel, we concluded that the film
deposited onto it had indeed some rubidium and an excess of chlorine. Iodine was not
present and there was almost no copper on the film. From these results we started
to assume that the red colour that appeared on the evaporator might be the result of
rubidium reacting with the ceramics material, at high temperatures.
4.3 Copper Emission
The main objective of this work was to prove that we could have emission of copper
ions from a copper tip covered in a copper-based solid electrolyte. For that, after the
preparation and characterization of the electrolyte and the successful deposition of it
onto a copper tip, it was necessary to apply a high voltage to the tip and see if we could
measure any significant current on the substrate. The measuring of a current while
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applying a voltage to the tip would tell us if any ions were arriving on the surface of the
graphite or if any electrons were leaving it.
4.3.1 IV Curves
As described in the previous chapter, in section 3.4.2, we connected an electrometer to a
data acquisition system, which was connected to a computer. This way, we could record
the current as a function of time. Knowing at which time we varied the applied voltage,
we were able to plot an IV curve. The resulting IV curve can be seen in figure 4.21. As
it is shown in the figure, there was a current peak at 4.78 kV and between 4.20 kV and
4.80 kV the current was high enough for us to assume that there was some ion emission
from the tip or that there were some electrons leaving the graphite. We kept applying
some voltage for 18 minutes. However, the time it took to go from 4.20 kV to 4.80 kV
was about four minutes, that being the emission time for this test. The maximum value
reached by the current was about 635 pA.
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Figure 4.21: IV curve obtained for the deposition of copper in a graphite substrate.
We did two more voltage scannings, but even though in one of them the current
reached a higher value at its peak, it only stayed at that value for a second. The rest of
the time we were collecting data, the current value was always oscillating around zero.
4.3.2 Time-of-flight Secondary Ion Mass Spectroscopy
The applied voltage used on the tip was positive so it would repel the copper ions (and
as result, also the rubidium ions). To confirm that we had indeed had the emission of
these ions, we needed to analyse the graphite substrate. For that analysis, we used Time-
of-Flight Secondary Ion Mass Spectroscopy, or ToF-SIMS.
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This technique allows to identify the elements present on the surface of a sample.
When a primary ion beam interacts with the surface of a material, it provides enough
energy for the sample atoms to leave the surface as ions. The interaction between this
primary beam and the sample results in the sputtering of secondary ions and ion clusters.
After being emitted, these ions from the surface are accelerated to some specific energy
towards the detector. The identification of the mass of each ion is based on the time
it takes to reach the detector. Since the distance between the sample’s surface and the
detector is the same for all ions, those with smaller mass are the first ones being detected.
The time-of-flight of each ion or cluster is registered and is posteriorly converted to mass.
The amount of ions of each mass that reach the detector is summed up and this gives
the intensity of each mass peak. By knowing the mass of each ion or ion cluster, one can
identify the elements or molecules present at the surface.
After the application of the high voltage to the tip and after taking the graphite out
of the assembly, we took it to the optical microscope. One of the obtained images can be
seen in figure 4.22. It is possible to observe an area with a darker orange colour than its
surroundings.
Figure 4.22: Image of the graphite substrate, obtained from the optical microscope. We
can see an area with a darker orange colour than the surroundings.
The next step was to use ToF-SIMS to identify the ions present on the surface of the
graphite. The equipment we worked with uses a gallium ion gun as the incident beam.
We know that copper has two isotopes, with masses 62.9 m/z and 64.9 m/z and rubidium
has isotopes with mass 84.9 m/z and 86.9 m/z. Knowing this, we knew where we wanted
to see the peaks in the mass spectra. In figures 4.23 and 4.24 two of the mass spectra
obtained from ToF-SIMS can be seen.
In figure 4.23 it is possible to identify many peaks. Most of them are hydrocarbons
and the ones that are not and have a significant intensity are identified. Even though the
substrate was graphite, the carbon peak is small, comparing with the hydrocarbons. The
reason for this was the fact that the sample was not well cleaned and so the contaminants
of our hands and from the air contaminated the surface of the substrate. Also the fact
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Figure 4.23: Mass spectra obtained from ToF-SIMS. There is no significant copper or
rubidium peaks.
Figure 4.24: Mass spectra obtained from ToF-SIMS. The two peaks from the copper
isotopes and the two peaks from the rubidium isotopes can be clearly seen.
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that carbon has a low ionisation probability, much lower than that of hydrocarbons, con-
tributes for the low intensity of the carbon peak. In this spectrum, the masses where we
expected to see the peaks of copper and rubidium isotopes are also identified. However,
even though there are peaks in those positions, their intensity is not relevant, comparing
with the rest of the spectrum.
When we look at figure 4.24, though, the spectrum shows clearly the presence of
copper and rubidium. This spectrum was obtained from a different area of the graphite’s
surface. After obtaining figure 4.23, we translated the sample so the primary ion beam
would focus on a different zone.
The differences between the two spectra are clear. Even though in figure 4.24 there
are still hydrocarbons, sodium and other contaminants that could be seen clearly in
figure 4.23, their intensity is now much lower than the intensity of copper and rubidium
peaks. From this spectrum, we can conclude that there was clearly copper and rubidium
implanted in the graphite’s surface. Thus, we can say that we succeeded in emitting
copper ions from a copper tip covered in a copper-based solid electrolyte.
Another analysis that could have been made was to translate the sample on the sample
holder and record the translation distances. This would allow to calculate how much of
the substrate surface’s area was covered by the copper, thus knowing the area over which
the copper ions were deposited.
There is, however, one detail that can be pointed out. Like it was described in sec-
tion 2.3, the mobile ion of this electrolyte was copper. If that is true, how can the intensity
of rubidium peaks be higher than the intensity of copper peaks? If copper is mobile, it is
expected that its intensity is much higher than the rest of the positive ions present in the
electrolyte. The reason for the rubidium peaks being more intense than the copper ones is
the fact that rubidium has a higher ionization probability, or a lower ionization potential.
The fact that ToF-SIMS technique has different sensitivity factors for different species
results in the fact that rubidium peaks are more intense than the copper ones. By taking
the sensitivity factors from literature [43] and the intensities of the peaks, it is possible
to correct this unconformity, making a first estimation of the right proportion between
copper and rubidium ions present on the graphite. Table 4.4 shows this estimation. From
this table we can say that 28.56 times more copper than rubidium ions were emitted from
the electrolyte covering the copper tip.
Table 4.4: First estimation of the value for the real proportion between copper and rubid-
ium ions on the graphite surface
(Cu/Rb)RSF Peak intensity ratio (Cu/Rb)Estimated
38.75 0.737 28.56
After analysing the ToF-SIMS spectra, in which is easily possible to identify the peaks
of the two copper isotopes, it is clear that the objective of this thesis was reached.
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Conclusions
The objective of this MSc thesis was to prove that it was possible to emit copper ions from
a copper tip covered with a copper-based solid electrolyte.
For that, it was necessary to choose a solid electrolyte that had a considerable ionic
conductivity and successfully synthesize it. The chosen electrolyte was the Rb4Cu16I7Cl13.
To confirm that the obtained material was in the right phase, it was necessary to analyse
the different pellets produced. After obtaining the correct phase of the material, it had to
be deposited onto a copper tip.
The next step was to transfer the electrolyte onto the surface of a tip. Different depo-
sition methods were tried: pressing the powdered material around a tip and annealing it,
covering the tip with an acetone solution mixed with the electrolyte powder, and poste-
riorly bake it, and constructing an evaporator in order for the evaporated powder to be
deposited onto the tips and then annealed.
After the electrolyte deposition onto the tips was successfully done, everything should
be ready to put the tip and the substrate under vacuum and apply a voltage into this tip.
For that, it was necessary to assemble a deposition set-up. This set-up consisted in a high
voltage feeder connected to the tip, a Faraday cup, in which the substrate was placed, and
a feed-through that allowed to control the position of the substrate from the outside of
the vacuum chamber. It was necessary to make sure that the substrate was isolated from
everything else, in order to obtain information about any ions arriving on its surface or
any electrons leaving it.
This deposition set-up allowed to apply a voltage into the tip and to have some emis-
sion from it. The confirmation of what species were deposited onto the substrate was
made by posteriorly analysing it.
Concerning the electrolyte preparation, we can say that we were able to successfully
synthesize at least three pellets of Rb4Cu16I7Cl13. Even though two of those pellets had a
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high quantity of oxygen in their constitution, the desired phase was obtained, which we
could confirm from the XPS and Powder XRD results. The third successfully synthesized
pellet had almost no oxygen in its constitution, suggesting that the small change we
made in the synthesis procedure, using a higher argon flow and an oxygen scavenger, was
enough to remove the oxygen from the pellets.
From the Powder XRD spectra of the pellet with higher amount of oxygen and the one
from the pellet with lower amount of oxygen we can say that they looked similar. This
means that Powder XRD is a good technique to analyse the obtained phase of a material
but it should be used along with some other technique that allows to identify the elements
present on that material. For us, that technique was XPS.
From the deposition techniques that were tested, neither of them worked perfectly.
However, when using the acetone solution technique we obtained a tip that allowed us
to get some electrolyte at the tip surface and move forward to the next step of our work.
Even though the electrolyte’s deposit on this tip was not regular and there were some
areas in which the amount of deposited material was too high, we used this tip to test if
it was possible to emit some copper from it.
After assembling the tip and the substrate onto the deposition set-up, we applied a
positive voltage to the tip. While scanning this voltage, we noticed that at 4.20 kV we
were able to measure current in the order of the hundreds of pA. This current reached
a maximum value of 635.08 pA, at 4.78kV . We kept applying voltage into the tip in the
range that allowed the emission to occur for four minutes.
Aside from that first emission test, we did two more, with the same tip. One of them
reached a higher current peak value, but we were only able to measure a significant
current for some seconds, before it went back to oscillate around zero. The higher value
registered for the current was 1.40 nA, at around 4.60 kV .
The graphite substrate was removed from the ion field emission set-up and was anal-
ysed with ToF-SIMS. From the resulting spectra, it was clear that we had an area on
the substrate that had a copper film on it. Along with the copper ions on the surface,
there were also rubidium ions. This is the second type of positive ions present on the
Rb4Cu16I7Cl13 electrolyte, so it was expected that some of these ions had been emitted
along with the copper. However, after making a first estimation of the proportion be-
tween copper ions and rubidium ions on the substrate, we concluded that approximately
28.56 times more copper ions were emitted than those of rubidium.
The results from the ToF-SIMS spectra are the proof we needed to be able to say
that we successfully emitted copper ions from a tip covered with a copper-based solid
electrolyte.
Concerning the long-term objectives of this project, we did not expect to immediately
develop a new technique. Even though we were able to emit copper ions from the covered
tip, which was the objective of this work, we cannot say that we were able to emit ions
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that had migrated from the copper tip into the electrolyte. The long-term idea is to build
a self-sustained ion source. For that, the ions from the copper tip should migrate to the
electrolyte. In order to achieve that objective, the adhesion of the electrolyte onto the tip
has to be improved and the emission time needs to be longer.
In order to make way for the future work that can be done on this subject, we started
to work on an alternative technique to make the deposition of the electrolyte onto the
tip - an evaporator. This assembly has two main parts: the evaporator itself and a sample
holder, providing possibility of sample post-annealing. We were able to perform five
evaporation tests with this technique. The first at 590 ◦C, the second at 420 ◦C, the third
at 300 ◦C, the fourth at 200 ◦C and the last again at 300 ◦C. All of the evaporations were
made onto glass plates, except the second one, which we tried to make directly onto two
tips. The glass plates from the evaporations at 590◦C and at 300◦C revealed that it is
possible to deposit a fairly regular film onto the glass and that if we desire to obtain a
thin film, a lower temperature provides better results in terms of thin film morphology.
We also noticed that both the glasses and the two tips had black flakes deposited onto
them. However, the amount of flakes decreased from the evaporation at 590◦C to the
one at 300◦C. The tips from the evaporation at 420◦C showed a deposit of electrolyte on
them, but the film was not as regular as the ones obtained on the glasses. The tips also
had some black flakes on their surface.
The evaporation made at 200 ◦C did not deposit any film onto the glass plate. This
result was expected, since at this temperature the electrolyte should still be stable and no
evaporation should occur. Otherwise, this temperature would not be used to anneal this
material.
The last evaporation made, again at 300 ◦C, revealed a fairly regular film, much
thinner than the one obtained at 590◦C. Also, the film obtained did not show any black
flakes on it.
Regarding the general aspect of the last film we obtained, we could assume that a
good temperature to make the deposition was 300 ◦C, concerning the aspect of the last
glass plate - the thickness of the deposited film and the disappearance of the black flakes.
However, the XPS analysis of that last film and of the part of nickel foil that was exposed
to the material during the same evaporation showed that these films were lacking in
rubidium, which appeared to be staying in the evaporator and could be the cause of the
red colouring that appeared on it. We could confirm this idea from the spectra of the
second nickel foil analysed, that had been exposed to a maximum temperature of 700 ◦C
and also had a reddish colour. This spectra showed that the film on the nickel’s surface
had rubidium as well as an excess of chlorine, but there was no iodine on it and almost
no copper.
The change in colouring of the ceramics material from which the evaporator was made
could be the result of a reaction between it and the rubidium, at temperatures higher than
230 ◦C.
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Even though we were able to reach the objective of this work, the emission of copper
ions from a copper tip covered in a copper-based solid electrolyte, there is still a lot of
room for improvement.
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Future Work
The work described in this thesis was the starting point to the development of a new
technology that should allow to achieve high lateral resolutions, when depositing copper
onto substrates. With the purpose to reach the final goal of this project, there are aspects
from this work that could be improved.
The first impasse reached during the development of the different tasks described
in this thesis was the electrolyte synthesis. The limitations imposed by Rb4Cu16I7Cl13
and its sensibility resulted in the fact that it took longer than we were expecting for us
to obtain the desired phase of the electrolyte. Hence, the first suggestion for those who
might work on this project would be either to improve the synthesis of this ionic solid or to
find another copper-based solid electrolyte that also has a considerable ionic conductivity
and whose preparation is easier. The best solution would even be to choose a copper
electrolyte that is sold already synthesized.
If the decision is to keep working with Rb4Cu16I7Cl13 and there is an interest in better
know the characteristics of this electrolyte, it would be important to improve the quality
of the contacts between the electrodes and the pellet of the material, during conductivity
measurements. As has been described on this work, there is some literature that describes
the processes used by some groups to obtain good contacts in the interface electrode-
electrolyte as well as the materials they used. Copper is one of the favourite materials for
the electrodes.
Even though the impasse of the electrolyte synthesis was the one that caused this work
to be behind schedule, the main task of this work that did not work nearly as planned
was the electrolyte deposition onto the tip.
The work done with the built evaporator showed us that it is possible to deposit thin
films of the electrolyte onto glass plates and that it is also possible to deposit some of the
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ionic conductor onto the tips. However, the source of the black flakes that we found on
all glass plates except one and on the tips is still not clear. To investigate further if they
are the result of the electrolyte’s bubbling would be a good starting point to improve the
evaporator and obtain regular films on the tips.
As has been referred before, in order to achieve the objective of getting a self-sustained
ion source it is necessary that the adhesion of the electrolyte onto the tip is nearly perfect.
For that, it is necessary that, among other things, the copper tip is not oxidised. The best
way to assure this would be to include on the evaporator assembly a way of cleaning the
tip already under vacuum. One way to do that would be by using a plasma. If thought
through, it should be possible to include on the built evaporator the apparatus necessary
to be able to produce appropriate discharge.
While following the procedure described in the article that inspired us to built this
evaporator, we noticed that we could not control the exposure time of the glass plates and
the tips to the evaporated electrolyte. This resulted from the fact that we did not built a
shutter between our evaporator and the sample holder. Hence, the whole time we were
heating the Rb4Cu16I7Cl13, while it was evaporating, the material was being deposited
onto the samples, instead of them just being exposed to the evaporated material for a
short period of time, when the temperature reached the value we wanted. This excess on
the exposure time would be sorted out if there was a shutter to cover the samples during
the heating.
Another aspect of the assembly that should be changed is the material of the evapora-
tor. If our speculation that the red colouring that appeared in the crucible is to be true, it
would be interesting to try to change this material into other type of ceramics. This way
it would be possible to check if the crucible also turned red and if the films obtained with
the new evaporator would also have a lack of rubidium.
Another disadvantage of the thermal evaporation that we used is the fact that the
electrolyte gets decomposed when evaporating. That’s the reason why it is necessary to
anneal it after the deposition. The annealing allows for the components to reorganize
themselves. There are other deposition techniques that allow to maintain the stoichiome-
try of the materials. One of them is the Pulsed Laser Deposition, or PLD. This technique
is widely used to grow thin films onto substrates and its main advantage is that it does
not decompose the materials when doing so. PLD technique is able to maintain the stoi-
chiometry because it uses small laser pulses to evaporate the material that is supposed to
form the thin film. The speed of these pulses is so high that the material does not have
time to decompose before reaching the substrate. A good way to improve the deposition
of thin films onto the tips would be to explore the possibility of using PLD to do so.
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Product Specification
Product Number: 215260
CAS Number: 7791-11-9
MDL: MFCD00011187
Formula: ClRb
Formula Weight: 120.92 g/mol
TEST Specification
________________________________________________________________________
Appearance (Color)                      White
Appearance (Form)                       Powder or Crystals or Chunk(s)
Titration by AgNO3                      28.8 - 29.8 %
% Cl
ICP Major Analysis                      Conforms
Confirms Rb Component
Purity                                  Conforms
99.8% Based on Trace Metals Analysis of ICP and AA Combined
Trace Metal Analysis                    < 2500.0 ppm
_
Atomic Absorption                       < 2500.0 ppm
_
Specification: PRD.1.ZQ5.10000039817
Sigma-Aldrich warrants, that at the time of the quality release or subsequent retest date this product conformed to the information contained in
this publication.  The current Specification sheet may be available at Sigma-Aldrich.com.  For further inquiries, please contact Technical Service.
Purchaser must determine the suitability of the product for its particular use.  See reverse side of invoice or packing slip for additional terms
and conditions of sale.
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Website:  www.sigmaaldrich.com
Email USA:      techserv@sial.com
Outside USA:  eurtechserv@sial.com
Product Name:
Product Specification
Product Number: 651745
CAS Number: 7758-89-6
MDL: MFCD00010971
Formula: ClCu
Formula Weight: 99.00 g/mol
TEST Specification
________________________________________________________________________
Appearance (Color)            Conforms to Requirements
Clear to White
Appearance (Form)             Beads
ICP Major Analysis            Confirmed
Confirms Copper Component
Trace Metal Analysis          < 100.0 ppm
_
Purity                        Meets Requirements
99.99+% Based On Trace Metals Analysis
Specification: PRD.0.ZQ5.10000028314
Sigma-Aldrich warrants, that at the time of the quality release or subsequent retest date this product conformed to the information contained in this publication.
The current Specification sheet may be available at Sigma-Aldrich.com.  For further inquiries, please contact Technical Service.  Purchaser must determine the
suitability of the product for its particular use.  See reverse side of invoice or packing slip for additional terms and conditions of sale.
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Outside USA:  eurtechserv@sial.com
Product Name:
Product Specification
Product Number: 215554
CAS Number: 7681-65-4
MDL: MFCD00010978
Formula: CuI
Formula Weight: 190.45 g/mol
TEST Specification
________________________________________________________________________
Appearance (Color)                      Conforms to Requirements
Grey-Tan
Appearance (Form)                       Powder or Chunks
Complexiometric EDTA                    31.0 - 34.0 %
% Cu
ICP Major Analysis                      Confirmed
Confirms Copper Component
Purity                                  Meets Requirements
99.999% Based On Trace Metals Analysis
Trace Metal Analysis                    < 15.0 ppm
_
Specification: PRD.0.ZQ5.10000066095
Sigma-Aldrich warrants, that at the time of the quality release or subsequent retest date this product conformed to the information contained in
this publication.  The current Specification sheet may be available at Sigma-Aldrich.com.  For further inquiries, please contact Technical Service.
Purchaser must determine the suitability of the product for its particular use.  See reverse side of invoice or packing slip for additional terms
and conditions of sale.
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Product Name:
